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SECTION 4.1. ANALYZE CARBON IN INTERPLANETARY DUST PARTICLES

4.1.a. Embedding IDPs in sulfur.

We have embedded 10 IDPs in sulfur (see Table 1 below). Figures 1-5

are optical micrographs showing the IDPs embedded in sulfur. These figures
show the IDPs in cross-section after thin sections have been obtained.

TABLE 1. IDPs embedded in sulfur.

L2011 R11

L2006, Cluster 14, #10
L2011A4

L2008F13

L2008G9

L2008F16

L2008E5

L2009J4

L2008E3

L2008F4

Our procedure for sulfur embedding is to prepare a molten droplet (100-200 p.m

in diameter) of elemental sulfur on a glass slide. IDPs are dry-transferred using

a fine tungsten needle and dropped onto the sulfur droplet. The IDP is

manipulated with the tungsten needle until it is encased within the droplet. At

this point, the droplet is heated until the sulfur undergoes a phase change to a

highly viscous form, and is allowed to solidify. We have also modified the

technique to embed the IDPs in crystalline sulfur. In this technique, the

nucleation and growth of sulfur crystals is carefully controlled so that the IDP

ends up as an inclusion in a large single crystal of sulfur. An advantage of this

latter technique is that the sulfur bead is optically transparent.

We emphasize, that prior to this report, only two other IDPs have been

successfully embedded in sulfur and subsequently thin-sectioned.
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FIGURE 1. Reflected light micrograph of L2011 R11 (top) and L2006, Cluster 14,

Particle #10 (bottom). Width of field is 200 #m.
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FIGURE 2. Reflected light micrograph of L2011A4 (top) and L2008F13 (bottom).
Width of field is 200 i_m.
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FIGURE 3. Reflected light micrograph of L2008G9 (top) and L2008F16 (bottom).

Width of field is 200 p.m.
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FIGURE 4. Reflected light micrograph of L2008E5 (top) and L2008J4 (bottom).

Width of field is 200 p.m.
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FIGURE 5. Reflected light micrograph of L2008E3 (top) and L2008F4 (bottom).

Width of field is 200 I_m.



4.1.b and 4.1.c. Preparing ultramicrotome thin sections and elimination of

the sulfur embedding media.

After embedding the IDPs in a bead of glassy or crystalline sulfur, the

sulfur bead is attached to a block of epoxy with a cyanoacrylate adhesive, which

is held in the microtome chuck. Thin sections were cut using a Reichert-Jung

Ultramicrotome. The thin sections were all silver- to grey-colored in reflected

light, which indicates a section thickness of 50 to 80 nm. Thin sections were

placed on SiO thin films attached to copper TEM grids. The use of SiO thin films
has several advanatages and disadvantages. SiO thin films are carbon-free,

relatively strong, and are amorphous. The major disadvantages are that SiO

films tend to charge (because SiO is an insulator) making imaging difficult, and
the films contain Si and O which are also present in the IDP thin sections. This

latter point makes it difficult to extract chemical compositions of silicates in the
IDPs.

We successfully prepared ultramicrotome thin sections of the IDPs listed

in Table 1. After the thin sections were collected on the SiO thin film TEM grids,

the grids were placed in a JEOL 1200 TEM, and the sulfur was allowed to
sublime. Complete sublimation occurred over a few minutes. Figures 6-10 are

low-magnification TEM images showing typical thin sections of each of the

particles. Although using sulfur as an embedding medium is much more difficult
than using epoxy, it can be seen from the figures that the quality of the thin

sections is comparable to that obtained by using epoxy.
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FIGURE 6. Bright-field TEM image of microtome thin sections of L2011 R11

(top) and L2006, Cluster 14, Particle #10 (bottom). Scale bar is 1 pm.
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L2011A4

FIGURE 7. Bright-field TEM image of microtome thin sections of L2011A4 (top)
and L2008F13 (bottom). Scale bar is 1 I_m.
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L2008F16
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FIGURE 8. Bright-field TEM image of microtome thin sections of L2008G9 (top)

and L2008F16 (bottom). Scale bar is 1 #m.
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FIGURE 9. Bright-field TEM image of microtome thin sections of L2008E5 (top)

and L2008J4 (bottom). Scale bar is 1 gm.

12



Ot POOR QUAL!TY

L2008E3

........_

^

::: . .

%

FIGURE 10. Bright-field TEM image of microtome thin sections of L2008E3 (top)
and L2008F4 (bottom). Scale bar is 1 _m.

13



4.2.d. Carbon analysis using high-resolution TEM imaging.

High-resolution transmission electron microscope (HRTEM) images were

obtained from the carbonaceous materials in only four of the analyzed IDPs. As

described above, the ultramicrotome thin sections of IDPs were placed on SiO

thin films, which have a tendency to charge (i.e. electrostatic build-up).

Charging results in sample movement during the time that the images are

recorded, and this movement blurs the detail in the HRTEM images. For some

of the IDPs (e.g. L2008F16) the carbonaceous material is intimately intergrown

with poorly-crystalline phyllosilcates making it impossible to distinguish. HRTEM

images for L2011 R11, L2008F13, L2008F4, and L2008 are shown in Figures 11-

14. The carbonaceous material in these images is generally featureless and

lacks any indication of graphite-like lattice spacings (e.g. the 0.34 nm basal

spacing). Mineral grains that occur as inclusions within the carbonaceous

material are indicated in the figures.
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FIGURE 11. High-resolution TEM image of carbonaceous material in

L2011 R11, showing no evidence for the presence of graphitic layers.
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FIGURE 12. High-resolution TEM image of carbonaceous material in L2008F13,
showing no evidence for the presence of graphitic layers.
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FIGURE 13. High-resolution TEM image of carbonaceous material in L2008E3,
showing no evidence for the presence of graphitic layers.
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FIGURE 14. High-resolution TEM image of carbonaceous material in L2008F4,

showing no evidence for the presence of graphitic layers.
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4.2.e. Electron diffraction analysis of carbon in IDPs.

Selected-area electron diffraction (SAED) patterns were obtained from 6

of the analyzed IDPs listed in Table 1. We report diffraction data only for those

particles where the carbonacecous material was present in regions

approximately as large as the area covered by our smallest selected area

aperature (e.g. a circular region -150 nm in diameter). Even with these

precautions, some of the SAED patterns in Figures 15-17 show diffraction spots
from other mineral phases (typically Fe-Ni sulfides) that are intergrown with the
carbon. The SAED patterns in Figures 15-17 all show only two broad diffuse

diffraction rings for the carbonaceous material, with spacings of -0.205 nm and
0.12 nm. These diffraction data are consistent with the HRTEM data presented

in Section 4.2.d and the electron energy-loss spectra given in Section 4.2.g. in

that the carbonaceous material is poorly-ordered, with little long range order.
The electron diffraction data indicate that the carbonaceous material in these

IDPs is largely amorphous.
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FIGURE 15. Selected-area electron diffraction patterns for carbonaceous

material in L2011R11 (top) and L2006, cluster 14-10 (bottom). Small arrow

points towards the 0.20 nm spacing of amorphous carbon.
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FIGURE 16. Selected-area electron diffraction patterns for carbonaceous

material in L2008F16 (top) and L2008E5 (bottom). Small arrow points towards
the 0.20 nm spacing of amorphous carbon.
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FIGURI

material in L2009J4 (top) and L2008F4 (bottom). Small arrow points towards the
0.20 nm spacing of amorphous carbon
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4.2.f. Carbon analysis using energy-dispersive x-ray spectrometry.

We obtained quantitative energy-dispersive x-ray (EDX) data from all 10

of the particles listed in Table 1. Our EDX data are tabulated in Table 2 along
with data for the Orgueil CI chondrite (for comparison). The data are reported as

element-weight % ratios relative to Fe because of the interference from the Si

and O peaks that are derived from the SiO thin film support. The C/Fe ratios

reported in Table 2 correlate well with the abundance of carbonaceous material

observed by TEM imaging in the thin sections (e.g. L2006,14-10 has the highest
C/Fe ratio of the analyzed IDPs and also contains the highest modal
carbonaceous material in thin section; the converse is true for L2008G9).

Table 2 is a comparison of our thin-film analyses of two of the particles
(L2011 R11 and L2011A4) with data obtained from the same particles by SEM-

EDX bulk particle techniques. There is excellent agreement between the data

sets for both techniques except for the C/Fe ratios determined by TEM-EDX
which are - a factor of 2 greater that the ratio determined in theSEM. The

disparity between the C/Fe ratios may be a result of obtaining the thin-film

analyses from the sections on the SiO films. The oxygen peak (much of the

oxygen is from the SiO substrate) in the TEM-EDX spectra is large relative to the
carbon peak, and we may be recording too many counts in the carbon peak that

are actually derived from the tail of the oxygen peak. This result suggests that

SiO is a less than ideal substrate for carbon analysis.



TABLE 2. Quantitative EDX analyses of IDP thin sections. Data are
presented in weight % of the element relative to Fe.

IDP C/Fe M_/Fe AIIFe S/Fe Ca/Fe Ni/Fe

L2011 R11 1.27 0.56 0.09 0.34 0.05 0.05

L2006,14,10 3.70 0.11 0.08 0.18 n.d. 0.04
L2011A4 1.10 0.97 0.14 0.34 0.09 0.04
L2008F13 2.50 0.25 0.06 0.25 0.01 0.03

L2008G9 0.77 0.74 0.09 0.10 0.03 0.01
L2008F16 1.36 0.62 0.15 0.34 0.01 0.10
L2008E5 1.70 0.72 0.15 0.22 0.03 0.02

L2009J4 0.83 0.55 0.13 0.30 0.05 0.05
L2008E3 0.87 0.46 0.07 0.33 0.04 0.06
_2008F4 1.60 1.00 0.13 0.45 0.06 0.10

_)r_ueil 0.19 0.51 0.05 0.28 0.05 0.03

TABLE 3. Comparison of quantitative TEM-EDX data compared to data from
same particle by SEM-EDX techniques.

IDP C/Fe M_I/Fe AI/Fe S/Fe Ca/Fe Ni/Fe

L2011 R11 1.27 0.56 0.09 0.34 0.05 0.05

R11 (SEM) 0.47 0.52 0.06 0.42 0.05 0.05

L2011A4 1.10 0.97 0.14 0.34 0.09 0.04

A4 (SEM) 0.47 0.90 0.09 0.31 0.07 0.03
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4.2.g. Carbon analysis by Electron Energy-Loss Spectroscopy.

We have completed electron energy-loss spectroscopy (EELS)
measurements of the chemical state of carbon in a total of 15 IDPs. EELS

spectra were obtained from thin sections of the 10 particles listed in Table 1, and

typical spectra from each particle are illustrated in Figures 18-27. The spectra

from all 10 particles are very similar in terms of the near-edge structure exhibited

in the carbon k-edge. The carbonaceous material in these IDPs shows the same
structure as amorphous carbons. There is no evidence in any of the spectra for

poorly-graphitized carbon or graphite. The carbon-bearing materials in these

IDPs lack significant long-range order. Several of the analyzed IDPs have been

strongly heated during atmospheric entry (see section 4.2.h. Mineralogy section),
but there has been no apparent change in the carbonaceous materials in these

IDPs with strong heating (i.e. no graphite formation). We have also observed

nitrogen associated with the carbonaceous materials in three particles

(L2011 R11, L2008F13, and L2006, #10). The possibility exists that in
L2011 R11, the particle may have been contaminated with cyanoacrylate,

however, for the other two particles, we can exclude the possibility of

contamination during the embedding and sectioning procedures.
We also obtained spectra from 5 additional IDPs (all hydrated IDPs) that

had been embedded in epoxy. Most of the hydrated IDPs contain two main

forms of carbon, oxidized carbon (carbonates) and "amorphous" carbon,

although one IDP (L2006E10) contains no carbonates (Figures 28-32). The
distinction between these two forms of carbon is straightforward because of the

dramatic differences in the near-edge structure and the large chemical shift of

nearly 5 eV in the onset of the edges between carbonate and amorphous carbon
(Figure 33). An important result of this study is that all five hydrated IDPs

analyzed contain significant amorphous carbon, the amorphous carbon is

typically very fine-grained, poorly-crystalline, and is intimately asociated with the

layer silicates in these particles. L2006J14 is the only one of the 16 IDPs
analyzed that contains carbonaceous material that could be termed "poorly-

graphitized" carbon because of the development of fine structure in the edge

(development of a sharp spike on the (_* peak and the the increased width of the

c* peak (Figure 32, compare to Figure 34).
Our analyses indicate that their is little structural difference between the

carbonaceous material in anhydrous IDPs compared to that in hydrated particles.
We have observed however, that the distribution of the carbonaceous material in

the two main types of IDPs is different. In anhydrous IDPs, it is common to see

extensive regions of carbonaceous material, whereas in hydrated IDPs, the
carbonaceous material is intimately mixed with the phyllosilicate matrix. The

EELS analysis is particularly useful in cases where the carbon-bearing phases
are fine-grained and widely dispersed. For example, in our initial TEM analysis

of IDP L2005R7, we did not identify carbonates using the traditional techniques

of EDX analyses and electron diffraction, whereas our subsequent analysis using
EELS revealed that minor carbonates are present in this particle. Most of these
results were summarized in a LPSC XXV abstract, and in an abstract published
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in Meteoritics in July of 1994 (copies of these abstracts are attached in the

Appendix-Publications).
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FIGURE 18. EELS spectrum for carbonaceous material in L2011R11. Note the

small peak at -400 eV which corresponds to the nitrogen k-edge.
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FIGURE 19. EELS spectrum for carbonaceous material in L2006, Cluster 14,

Particle 10. Both the vesicular and featureless carbon show the same spectrum.
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FIGURE 20. EELS spectrum for carbonaceous material in L2011A4. Although
this particle was strongly heated, there is no evidence for the development of
graphite.
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FIGURE 21. EELS spectrum for carbonaceous material in L2008F13. Note the

small peak at -400 eV which corresponds to the nitrogen k-edge.
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FIGURE 22. EELS spectrum for carbonaceous material in L2008G9.
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FIGURE 23. EELS spectrum for carbonaceous material in L2008F16. This

hydrated IDP contains only amorphous carbonaceous material; no carbonates
ere observed.
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FIGURE 24. EELS spectrum for carbonaceous material in L2008E5.
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FIGURE 25. EELS spectrum for carbonaceous material in L2009J4.
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FIGURE 26. EELS spectrum for carbonaceous material in L2008E3.
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FIGURE 27. EELS spectrum for carbonaceous material in L2008F4.
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FIGURE 28. EELS spectrum for carbon-bearing materials in L2006G1, a

hydrated IDP containing two types of carbon, elemental and carbonate.
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L2006F10
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FIGURE 29. EELS spectrum for carbon-bearing materials in L2006F10, a
hydrated IDP containing two types of carbon, elemental and carbonate.
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FIGURE 30. EELS spectrum for carbon-bearing materials in L2005R7, a

hydrated IDP containing two types of carbon, elemental and carbonate.
Carbonates are rare and fine-grained.
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FIGURE 31. EELS spectrum for carbon-bearing materials in L2006E10, a

hydrated IDP containing only elemental carbon.
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FIGURE 32. EELS spectrum for carbon-bearing materials in L2006J14, a

hydrated IDP containing poorly-graphitized carbon. Compare to Figure 34.
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FIGURE 33. EELS spectrum for the carbon k-edge in siderite (FeC03) and in

amorphous carbon (thin film standard) showing the chemical shift of -4.5 eV and
the dramatically different edge-structure for oxidized versus elemental carbon.
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FIGURE 34. EELS spectrum for elemental carbons showing the changes in the

near-ege structure with increasing structural order.
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4.2.h. Mineralogy and mineral chemistry of major phases in analyzed IDPs.

The following are descriptions of the mineralogy, petrography, and mineral

chemistry of the 10 IDPs listed in Table 1.

L2011R11 is a chondritic-porous anhydrous IDP -20 _m in size whose

mineralogy is dominated by low-Ca pyroxene, Iow-Ni Fe-sulfides, GEMS (glass
with embedded metal and sulfides), and carbonaceous material. Mineral grain

sizes are variable with pyroxene and sulfide grains ranging up to 1 um in size;

whereas GEMS are typically 0.1 to 0.3 um in size. A thin, discontinuous

magnetite rim occurs on parts of the external surface of the particle. Pyroxenes
in R11 contain contain solar flare tracks with a track density of -4 X 10 _°

tracks/cm 2. A sputtered rim was observed on one pyroxene grain exposed at the

particle surface. Carbonaceous material occurs throughout the particle and

serves as a matrix bonding the silicates and sulfides together. The
carbonaceous material shows two distinct textures, 1) uniform, featureless

regions up to -0.1 um in size, and 2) regions of vesiculated carbon that occur

near the particle surface as well as in the interior. High-resolution imaging and
electron energy-loss spectroscopy (EELS) data show that the carbon-rich

material is amorphous and lacks significant long-range order. EELS data for the
carbon k-edge from the two textural varieties of carbon in R11 are identical. A

major finding of this study was the observation of significant nitrogen
concentrations within the carbonaceous material. Nitrogen was identified by its

k-edge at -400 eV in the EELS spectra. We believe that the nitrogen is
indigenous to the IDP, but we are also completing exhaustive tests in order to

exclude the possibility of contamination.

L2006, Cluster 14, particle #10 is a fragment from a larger particle that

fragmented on the collector surface. Previous work on fragments associated
with this cluster have show them to be unusually carbon-rich (Thomas eta/.

1993, Geochimica et Cosmochimica Acta, vol. 57, 1551 ). L2006,14,10 is an

irregularly shaped particle that is volumetrically dominated by carbonaceous
material with minor interspersed GEMS (glass with embedded metal and

sulfides). The carbonaceous material shows no evidence for long range-order

either by EELS or by electron diffraction.

L2011A4 is a compact, anhydrous IDP whose mineralogy is dominated by

pyroxene and olivine grains with equilibrated Mg/Fe ratios, aluminosilicate glass,
minor Fe-Ni sulfides, and a thin discontinuous magnetite rim. The mineralogical

features of this particle are consistent with strong heating during atmospheric

entry.

L2008F13 is a large (-20 _m) carbon-rich, porous, anhydrous IDP. F13 contains

abundant pigeonite, FeNi sulfides (low Ni), and GEMS (glass with embedded
metal and sulfides) all of which are held together by a carbonaceous matrix.
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Lobes of the silcate and sulfide-rich areas are covered with thin magnetite rims.
EELS data from the carbonaceous material indicate that nitrogen is associated
with the carbon, and there are indications that it is localized in "nitrogen
hotspots".

L2008G9 is a strongly heated hydrated IDP that contains coarse-grained Fe-
sulfides (-0.5 _m) that are mantled by magnetite rims on their exposed surfaces.
The phyllosilicates are Fe-rich (Fe/Fe+Mg atomic =-0.8), very-poorly-crystalline,
and are intergrown with fine-grained Fe sulfides and magnetite. We did not
observe any basal spacings in the fibrous phyllosilicates and we presume they
were destroyed during atmospheric entry.

L2008F16 is only the second hydrated IDP of the 10 particles that were
analyzed. L2008F16 is a low porosity IDP whose mineralogy is dominated by
coarse- and fine-grained phyllosilicates. High-resolution TEM images show
basal spacings of 1 nm which indicates that the phyllosilicates in F16 are
saponite. The saponite has a Mg/Mg+Fe ratio of -0.70 which is typical for
saponite-rich IDPs. FeNi sulfides (Ni/Ni+Fe =-0.1) are fine-grained and
dispersed throughout the particle, although towards the rim of the particle they
have decomposed to magnetite during atmospheric entry. No carbonates were
observed in F16.

L2008E5 is an anhydrous IDP containing major coarse-grained pyroxene
(Mg/Mg+Fe = -0.75) which shows little compositional variation throughout the
particle and fine-grained (typically <0.2 micrometers) low Ni sulfides. The
particle is surrounded with a discontinuous magnetite rim which is evidence for
atmospheric entry heating. Carbonaceous material is featureless and is not
abundant. It occurs in small regions up to a few tenths of a micrometer in size
and contains embedded sulfides and silicate grains.

1_2009J4is another large (-20 l_m) anhydrous IDP that is dominated by coarse-
grained sulfides and silicates. The sulfides are up to 5 _m in size and are very
Ni-poor. Silicates include both pyroxene and olivines up to 1 _m in size with
equilibrated Mg/Mg+Fe ratios (atom ratio of -0.7). GEMS (glass with embedded
metal and sulfides) occur in the thin sections and comprise -10 volume % of the
thin sections. No obvious magnetite rim was observed. The olivines contain
significant Mn, but the Mn content is less than the Fe content. L2009J4 has a
low porosity; much of the space between mineral grains is filled with featureless
carbonaceous material which mantles the mineral grains.

L2008E3 is a highly-porous, anhydrous, spheroidal particle. The apparent
porosity in thin section approaches 50%. E3 contains abundant, fine-grained
(-300 nm in diameter), somewhat equant pyroxene and sulfide grains.
Pyroxenes have Mg/Mg+Fe atom ratios of -0.8. The sulfides contain 5-10 mol%
Ni. Small regions of carbonaceous material occur between the mineral grains.
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components of E3 have thin, discontinuous magnetite rims on exposed,
outermost surfaces.

L2008F4 is a classic porous anhydrous IDP. Its mineralogy is dominated by
nearly end-member enstatite, which occurs as platelets and as equant grains.
The enstatite platelets show a mixture of the clino- and ortho- polytypes. The
fine-grained sulfides have a uniform Ni content of -10 mol%. GEMS (glass with
embedded metal and sulfides) are the major components in F4. Carbonaceous
material is evenly distributed throughout the particle and occurs between mineral
grains and as extensive regions up to 0.5 um in size.
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4.1.i. Reflectance spectroscopy of IDPs.

We have obtained reflectance spectra for 38 chondritic interplanetary dust

particles (Figures 35 and 36). These spectra were acquired in dark-field mode
over the visible wavelength range (370-800 nm) using a Zeiss MPM400 light

microscope equipped with a halogen light source, high-power objectives, and a

spectrophotometer with a photomultiplier tube detector. Reflectance spectra are
collected from IDPs mounted on glass slides with a measuring aperature that is

of the same size as the analyzed particle. All data are reported relative to a

pressed barium sulfate pellet which has essentially 100% reflectance over the

visible range.

The mineralogy and petrography of only a few of these particles have
been determined in detail, but several interesting trends are observed including:

1) IDPs, in general, have albedos and spectral shapes that are comparable to
the carbonaceous chondrite meteorites; 2) IDPs dominated by large mineral

grains tend to have high reflectance values (typically 30% or more); and 3) the
most carbon-rich IDPs tend to have the lowest albedos, although there are low

albedo particles that are not carbon-rich.

The reflectance spectra in Figure 35 from L2005, Cluster 8, are included
in a manuscript by K. L. Thomas et aL that is in revision for Geochimica et

Cosmochimica Acta. The spectra from L2005, Cluster 31 are included in an

abstract submitted by K. L. Thomas et aL to the XXVI Lunar and Planetary
Science Conference (see Appendix-Publications)
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SECTION 4.2 ANALYZE SELECTED LUNAR SAMPLES USING (TEM).

4.2.a. Embedding and sectioning selected lunar samples.

Transmission electron microscope specimens were prepared using two

main methods, ion-milling and ultramicrotomy. For the studies of opaque
assemblages in high-Ti lunar basalts (Subtasks 4.2b-d) we extracted 5 individual

regions (3 mm in diameter) from a petrographic thin section of Apollo 17 basalt

70035, attached them to copper support grids, and ion-milled the specimens with

4 kV argon ions until they were electron transparent. For the analyses of lunar

soils (subtasks 4.2e-i), multiple aliquots (more than 3 preparations for each soil)
of the <20 I.tm sieve fractions of several lunar soils were embedded in low

viscosity epoxy, and TEM specimens were prepared by ultramicrotomy. We

embedded samples of the following lunar soils: 10084, 61221, 61181, 67701,

72501, and 78221. The thin sections (typically 50-80 nm thick) were analyzed

using a JEOL 2010 (200kV) tranmission electron microscope equipped with a
LaB6 filament, a thin-window energy-dispersive x-ray detector, and a GATAN
666 parallel EELS spectrometer.

4.2.b. TEM studies of opaque assemblages in high-Ti basalts.

We have completed our transmission electron microscope studies of
opaque assemblages in the Apollo 17 basalt 70035. We used a combination of

high-resolution TEM imaging and electron diffraction to characterize the opaque
assemblages in this basalt, with particular emphasis on the reported subsolidus

reduction features. The opaque assemblages analyzed in this study were
dominated by ilmenite with lesser rutile and spinel exsolutions, and traces of Fe

metal. We did not observe any rimmed armalcolite grains in the thin sections

provided by NASA. We obtained detailed analyses of 12 opaque assemblages
in 70035. The general trends are described below.

Rutile forms epitactic intergrowths (coherency in 2 dimensions) with the

host ilmenite. This reaction texture is structurally controlled such that the (100)

planes of rutile are parallel to the basal plane of ilmenite (0001), and the [001]
axis of rutile is coincident with the[110] axis of ilmenite (these orientation

relationships are illustrated in Figures 37a and 37b). Three main types of futile

exsolution lamellae were observed: Type I, which consist of homogeneous futile

lamellae up to a few micrometers wide that contain only sparse defects (Figure
38); Type 2 lamellae contain a high density of stacking faults and further

exsolution of oxygen-deficient titanium oxides (magneli phases) as thin lamellae

from 1 to 50 nm in width (see Figure 39), and Type III, which resemble the type II
lamellae with the exception that they also contain a generation of exsolved

ilmenite (Figure 40). The electron diffraction patterns from the magneli phases

in the Type II rutile exsolutions are complicted by the multiple orientations of the
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lamellae (mostly along the {121} planes of the host rutile). The electron
diffraction patterns from the Type II and III lamellae contain reflections with
larger periodicities than are allowed for the unit cell of rutile. The most common
periodicity observed is a spacing of 0.73 nm parallel to (011) of rutile which is
consistent with the presence of either Ti7013or TigOlz,both of which have an
-0.73 nm spacing along their c-axes (Figure 41). The electron diffraction
patterns are no__ttconsistent with any of the more reduced magneli phases (such
as Ti407,Ti_Og,and Ti6Oll).

This study confirms the results of previous workers on these materials in

that reduction products of ilmenite (particularly rutile) are common. However,

our data indicate that these assemblages are not nearly as reduced as

previously thought. Fewer than 1/2 of the analyzed rutiles contain magneli

phases, and in those cases where the magneli phases occur, they constitute

only a small volume fraction of the host rutile (typically <20%). Although these

reaction textures have been decribed previously as the products of "subsolidus"

reduction, we believe that the textures represent successive exsolution from a

high-T ilmenite solid-solution containing excess Ti (including some Ti3+), Fe,

and Cr. On cooling, the ilmenite solid-solution exsolved lamellae of chromite

and rutile solid-solution (with some Fe and Ti3+). With further cooling, the Ti3+

was concentrated into the magneli phase exsolutions in rutile, while the Fe was

incorporated in the second-generation ilmenite lamellae in rutile. The point we

are trying to make is that the basaltic magma already contained some Ti3+ prior

to crystallization (i.e. that the parent liquids were reduced, thus there is no need

to invoke reduction at subsolidus temperatures). The main objection to the

subsolidus reduction hypothesis is chemical; how can you reduce Ti4+ to Ti3+ in

the rutile lamellae, but not reduce the Fe in coexisting ilmenite lamellae in the

same rutile grain? Secondly, because it is easier to reduce Cr3+ to Cr2+ than it

is to reduce Ti 4+ to Ti3+, it is difficult to understand how chromite and magneli

phase exsolutions can coexist in the same ilmenite grain.
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FIGURE37. a) Selected-area electron-diffraction (SAED) pattern from the [110]
zone axis of ilmenite, b) SAED pattern from the [001] zone axis of rutile

superimposed on the [110] zone axis of ilmenite (compare to a above). This is
the typical orientational relationship between rutile lamellae and their ilmenite

hosts in opaque assemblages in Apollo 17 basalt 70035.
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FIGURE 38. A low-magnification bright-field TEM image of a Type I rutile
exsolution in ilmenite from 70035. The orientation relationship is the same as
illustrated in Figure 37b.
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FIGURE 39. A low magnification bright-field TEM image of a Type II rutile
exsolution in ilmenite from 70035. Two sets of magneli phase exsolutions within
the rutile are indicated. The recticular pattern in within the rutile lamella results
from stacking faults.
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FIGURE 40. A low magnification bright-field TEM image of a Type III rutile
exsolution in ilmenite from 70035. Two lamellae of second-generation ilmenite

are indicated within the rutile. The rutile is highly strained and contains thin

exsolutions of magneli phases.
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FIGURE 41. Selected-area electron diffraction pattern from the Type II rutile

lamella in Figure 39 showing the strong diffraction spots for the rutile host (the

(011 ) reflection for rutile is labelled), and additional spots with a 0.73 nm

periodicity that are generated by the exsolved magneli phase. The orientation

relationship is such that the (011 ) of rutile is parallel to the c-axis of the magneli

phase.
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4.2.c. Analyzing blue rutiles in lunar basalt 70035.

We used the technique of electron energy-loss spectroscopy (EELS) to

characterize the nature of"blue rutiles" in high-Ti lunar basalts (70035). We

have obtained high resolution EELS spectra from 10 rutile grains from the
70035 sample, along with reference spectra from the TiO2 polymorphs, and

some reduced Ti-oxides. These spectra are collected in Figures 42-44. We

conclude that none of the EELS spectra show evidence for appreciable reduced

titanium (>20% Ti*3). The near edge structure in the titanium L2,3 edge and in

the oxygen K-edge from all the lamellae are in excellent agreement with the
reference spectrum for futile.

4.2.d. Analysis of reaction rims on armalcolites in 70017 and 70035.

We do not report any analyses of reaction rims on armalcolites in the

high-Ti basalts 70017 and 70035, because no rimmed armalcolite grains were

present in the petrographic thin sections provided by NASA, that were available
for this study.
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FIGURE 42. EELS spectra from titanium oxide standards showing the near-

edge structure in the Ti L2,3 edge. The near-edge structure changes and there

is a chemical shift of the edge towards lower energy with increasing Ti3+
content.
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FIGURE 43. EELS spectra from the titanium dioxide polymorphs showing the

near-edge structure in the Ti L2,3 edge and in the oxygen k-edge. EELS spectra
from the "blue"rutiles in 70035 most strongly resemble the spectra for rutile.
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FIGURE 44a-j. EELS spectra from 10 "blue" rutiles in ilmenite from 70035

showing the Ti L2,3 edge (beginning at -455 eV) and the oxygen k-edge (at

-532 eV).
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4.2.e. Reduction microstructures in lunar soil grains.

Here we report on our studies of reduction microstructures in lunar soil

grains with emphasis on soil ilmenite grains from 10084, and "vesicular rims" on
silicates in the immature soil 61221.

Ilmenite. Ilmenite grains in lunar soils are commonly surrounded by complex rim

sequences that result from their exposure to the lunar "weathering" environment

[e.g. Christoffersen et al., (1994) LPSC XXV, 259]. These rims consist of an

outer, thin amorphous rind of vapor-deposited silicate material, and a relatively

thick, inner layer that is depleted in Fe relative to stoichiometric ilmenite. TEM

studies have shown that the inner rim is no__.ttamorphous, but consists of a

microcrystalline assemblage of ilmenite containing platy precipitates of futile and

probable Fe metal grains. In this study, electron energy-loss spectroscopy

(EELS) was used to demonstrate that the altered rims on soil ilmenites contain

significant trivalent titanium. Our data indicate that the disordered rims are

chemically "reduced" and that oxygen has been lost from the rims. These results

have implications regarding the processes responsible for the formation of

disordered rims on ilmenite as well as their potential effects on the optical

properties of lunar soils and are summarized in an abstract submitted to the

XXVI Lunar and Planetary Science Conference (attached in Appendix-

Publications).

Aliquots of a <20 p.m sieve fractions of 10084 and individual ilmenite

grains from the same soil were embedded in low viscosity epoxy, and TEM

specimens were prepared by ultramicrotomy. The thin sections were analyzed

using a JEOL 2010 (200kV) tranmission electron microscope equipped with a

LaB6 filament, a thin-window energy-dispersive x-ray detector, and a GATAN

666 parallel EEL spectrometer. EELS spectra were collected in TEM image-

mode at 15KX magnification with a collection semi-angle of -100 milliradians at

a dispersion of 0.1 eV/channel. The FWHM of the raw (unprocessed) zero-loss

peak was -0.7 eV. The relative energy of features in the spectra for the Ti L2,3

edges were calibrated relative to the C =* peak maximum, which was set to 286

eV. For the Ti L2,3 spectra, the characteristic edge structure results from the
promotion of inner shell (2p) electrons to valence and conduction bands (3d

states). The EELS data provide information on the local solid state environment,

including oxidation states. Differences in oxidation state are manifested by

"chemical" shifts in energy of the edge onset and by changes in the near-edge
structure.

EELS spectra of the Ti L2,3 edge have been obtained from 5 (<20 #m in

dia.) individual ilmenite grains from the Apollo 11 soil 10084, and all spectra

show significant differences between the altered rims and the core ilmenite.

EELS data from the core of a lunar ilmenite grain, the disordered rim on the

ilmenite, and synthetic Ti-oxides with well-constrained Ti3+/Ti4+ ratios are

shown in Figure 45. Figure 46 shows Ti-EELS spectra for 4 additional ilmenite

grains from 10084. The spectra from the altered rims exhibit a chemical shift of
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-0.5 eV towards lower energy relative to the position of the Ti L2,3 edge in the
core of the ilmenite grains. In addition, the splitting of the L3 and L2 peaks is
reduced in spectra from the disordered rims as compared to the core ilmenite.
Both the chemical shift and the change in the near-edge structure are consistent
with a Ti3+FFi4+ratio of -0.25 in the disordered rims.

The EELS results indicate that much of the Ti in the disordered rims is
trivalent. We also obtained TEM-EDX analyses of rim sequences on two ilmenite
grains from 10084 (Table 4) which show significant accumulations of silicate
material in the rims (vapor deposits) and that the rims are, in fact, reduced
(especially for ilmenite 2, Table 4). Figure 47 illustrates the disordered rim on
ilmenite 1.

Vesicular rims on silicate qrains in 61221. Many of the soil grains (both glass

and mineral fragments) in 61221 are surrounded by what we term "vesicular

rims" that are typically -100 nm wide (Figures 48 and 49). These rims are

amorphous and do not contain visible inclusions (e.g. Fe metal grains).

Although our current number of analyses (Table 5 contains data from 5 grain-rim

pairs) are limited, some chemical systematics are apparent. On average, the rim

compositions are little different from the core of the grains. However, the data

from the one orthopyroxene grain that was surrounded by a vesicular rim (Table

5) shows that the rim is depleted in certain cations (notably Mg, Ca and Fe)

relative to the core and is probably enriched slightly in oxygen; similar chemical

trends have been linked to irradiation effects from the solar wind (see Bradley,

Science, vol. 265, p. 925). Our current hypothesis is that these vesicular rims

are related to the implantation of solar wind gases, either forming during the

implantation, or by subsequent heating of the soil grains (heating from a nearby

impact?). It is intriguing that we have only observed these vesicular rims in an
immature soil.
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FIGURE 45. Electron energy-loss spectra for the Ti L2,3 edge for a typical
ilmenite core/rim pair, along with data for Ti3+ bearing oxides. The spectra are

shifted vertically for clarity.
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Titanium L2,3 edges for individual ilmenite grains from 10084.
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FIGURE 46. Electron energy-loss spectra for the Ti L2,3 edge for 4 additional

ilmenite core/rim pairs.

63



TABLE 4. TEM-EDX analyses of two ilmenite grains (1 and 2) with disordered

rims. Analyses 74-76 are for grain 1 while analyses 57-61 are for grain 2.

These analyses were obtained with a 20 nm beam and represent a traverse form

the outer edge of the grain into the interior. Analyses are in atom %.

Atom %

O

Mg
AI

Si

S

Ca

Ti

Cr

Fe

llmenite 1 Ilmenite 2

74 75 76 57 58 59 60 61

outer inner core outer inner core
rim rim rim rim

59.30 60.28 61.14 56.20 61.83 61.26 62.86 65.06

0.79 0.81 1.23 1.46 1.59 0.39 0.76 0.79

0.34 0.00 0.00 1.72 0.34 0.00 0.00 0.01

4.51 1.31 0.04 14.26 2.03 0.37 0.35 0.56

0.36 0.06 0.00 0.33 0.21 0.00 0.18 0.04

0.32 0.00 0.00 0.92 0.14 0.00 0.00 0.00

25.96 25.57 19.56 17.30 30.33 22.47 18.89 16.91

0.43 0.38 0.32 0.05 0.12 0.10 0.11 0.08

7.99 11.59 17.70 7.76 3.42 15.40 16.85 16.55
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FIGURE 47. Low magnification bright-field TEM image of a disordered rim on an

ilmenite grain from soil 10084. Analyses from this rim are given in Table 4
(ilmenite 1 ).
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FIGURE 48. Low magnification bright-field TEM image of a vesicular rim on a

glass fragment (analyses 42 and 43 in Table 5) in soil 61221.
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FIGURE 49. Low magnification bright-field TEM image of a vesicular rim on a

clinopyroxene grain (analyses 177-179 in Table 5).
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TABLE 5. TEM-EDX analyses of vesicular rims on soil grains in 61221.
Analyses are given in atom. %.

Analyses 134-137 are from orthol3yroxene.
Analyses 177-179 are from a ctinol3yroxene, the remaining analyses are from glassy grains.

Analysis (in at. %) 0 Mg AI Si S Ca Ti Fe Na

177 core 59.14 8.07 0.84 20.89 0.04 7.12 0.19 3.70 0.00

178 inner rim 62.67 5.99 0.73 21.91 0.00 5.34 0.20 3.15 0.00

179 outer rim 66.87 4.20 1.38 21.41 0.02 3.54 0.26 2.31 0.00

134 core 1 55.47 10.46 0.64 22.15 0.01 1.88 0 9.4 0.00

135 rim 1 64.94 9.12 1.05 18.11 0.05 1.71 0.09 4.93 0.00

136 core 2 56.28 12.03 1.13 22.05 0.05 1.13 0.03 7.29 0.00

137 rim 2 65.31 8.42 0.9 19.27 0.05 1.35 0.07 4.63 0.00

42 core 47.69 3.82 17.42 10.13 0 16.23 0.6 4.11 0.00

43 rim 54.71 3.47 15.83 10.28 0 12.2 0.49 3.02 0.00

109 core 60.79 5.05 10.75 16.54 0.03 5.23 0.05 1.16 0.40

108 rim 62.12 2.83 11.43 15.98 0.07 5.54 0 0.82 1.20

113 core 62.31 9.86 4.72 17.56 0.03 3.12 0.09 2.31 0.00

111 rim 62.23 8.88 6.17 16.74 0.09 3.5 0.14 2.26 0.00

68



4.2.f. Analyzing agglutinates in lunar soils.

We are continuing our studies of the characterisitics of agglutinitic glass

fragments in fine grained fractions of lunar soils. Our strategy is to analyze 50-100

nm in diameter regions within individual fragments of agglutinitic glass from fine
size-fractions of lunar soils in order to evaluate the compositional heterogeneity of

the glass at the submicrometer scale. We have analyzed agglutinitic glass in

several lunar soils including: 10084, 61181, 61221, and 72501. A total of 97

individual analyses were obtained from multiple regions within 13 individual

fragments of agglutinitic glass in Apollo 11 soil 10084 (Table 6). The bulk

compositions of the 13 fragments are given in Table 7. Figure 50 shows plots of the

individual analyses and the bulk compositions of fragments on plots of MgO + FeO

versus AI203 + CaO. We found that agglutinitic glass shows compositional and

textural heterogeneities at the 0.1 p.m scale and that the fragments preserve a

component of vapor deposited material. It was shown that the number density of Fe

inclusions in agglutinitic glass was highly variable, but in general the size

distributions tend to be similar and follow a log-normal distribution. We have also

demonstrated that the actual size range of Fe grains in agglutintic glass is similar to

that estimated by Ferromagnetic Resonance. These data were presented at the

25th Lunar and Planetary Science Conference. An abstract summarizing these

results is attached in the Appendix (Keller and McKay, 1994, LPSC XXV, 685).

We observed several interesting trends in the nature of agglutinitic glass

in 61221 (an immature soil). Agglutinitic glass in 61221 shows a wide range in

composition from fragment to fragment (Figure 51), although the average of all
fragments is remarkably close to the bulk soil composition (comparison at bottom

of Table 8). This wide range in composition is similar to that exhibited by other

lunar soils including mature highlands soils (e.g. 72501 and 61181). Most

fragments in 61221, however, lack the abundant vesicles and submicroscopic Fe

metal grains that are also common in agglutinitic glass from mature soils.

We have completed the chemical analyses of fragments in the <20 #m

fractions of 61181 and 72501. Figures 52 and 53 show the data for the fragment

averages and the individual analyses on plots of MgO + FeO versus AI203 +

CaO, and on plots of MgO versus FeO. The former plots show the well known

negative correlation between the felsic and mafic components of agglutinitic

glass, while the latter plots show a strong positive correlation between Mg and

Fe. The individual analyses and the fragment bulk compositions are given in
Tables 9-12.
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TABLE 6. Individual TEM-EDX analyses of -100 nm regions in fragments of
agglutinitic glass from soil 10084. Data are presented in oxide wt.% and include

data for fragments A to H.

EDX Analyses of Agglutinitic Glass Fragments (A to N) - Soil 10084

Iwt. %1 MgO AI203 SiO2 SO3 CaO TiO2 Cr203 MnO FeO

A1 8.78 13.84 42.43 2.07 11.94 6.87 0.27 0.27 13.52

A2 6.25 20.85 44.87 0.39 13.34 4.78 0.21 0.01 9.26

A3 0.00 30.29 54.95 0.06 14.37 0.15 0.00 0.00 0.59

A4 2.84 2811 47,73 0.61 15.41 0.31 0.16 0.02 4.80

A5 5.49 20.27 46.82 0.84 11.97 4.64 0.22 0.10 9.65

A6 7.37 14.83 42.62 2.48 11.23 7.22 032 0.29 13.63

B1 923 20.02 33.25 0.14 15.50 7.80 0.16 0.31 13.59

B2 10.92 8.55 45.27 0.52 1079 6.06 0.53 0.35 17.03

B3 9.72 9.83 46.52 0.34 10.51 6.23 0.56 0.27 16.02

B4 9.00 9.17 48.27 0.17 10.08 6.12 0.64 0.24 16.39

B5 10.67 7.90 50.55 0.19 8.29 6.02 0.59 0.38 15.42

C1 4.76 20.50 43.65 0.45 12.51 7.37 0.15 0.08 10.52

C2 6.64 22.29 50.98 0.27 13.78 0.18 0.0O O.O5 5.86

(33 6.63 1685 46.26 0.31 12.49 6.30 0.10 0.29 10.77

C4 4.97 26.08 42.35 0.36 16.17 2.80 0.13 0.07 706

C5 4.45 20.67 41.90 0.47 12.81 8.03 0.15 0.16 11.35

C,6 6.04 18.17 44.48 0.27 12.83 6.25 0.20 0.26 11.49

Ol 10.04 11.44 43.89 0.23 13.64 6.40 0.34 0.22 13.80

D2 7.55 16.79 42.55 0.24 12.40 7.02 0.44 0.12 12.89

D3 8.28 16,66 40.94 0.15 12.76 7.64 0.40 O. 15 13.O2

D4 8.52 14.40 44.73 0.43 12.14 5.76 0.23 0.19 13.61

D5 8.44 14,98 41.99 0.35 12.71 7.79 0.29 0.26 13.18

D6 9.26 13.69 41.03 0.48 12.03 9.13 0.28 0.17 13.93

E1 6.56 17.43 43.48 0.55 13.77 6.56 0.32 0.16 11.17

E2 10.66 11.33 52.52 0.09 9.02 1.88 0.77 0.10 13.63

E3 13.84 4.18 55.30 0.25 7.23 2.37 0.62 0.42 15.80

E4 7.15 16.59 44.16 0.55 12.71 6.25 0.40 0.23 11.96

E5 12.28 8.25 55.94 0.21 9.51 3.14 0.58 0.34 14.76

E6 7.66 15.62 45.25 0.52 12.23 5.77 0.25 0.18 12.53

E'7 11.21 11.00 50.91 0.42 8.96 3.27 0.26 0.22 13.74

F1 7.31 10.21 43.29 0.57 11.98 6.71 0.45 0.33 19.14

F2 8.83 14.52 41.62 0.34 12.74 6.89 0.35 0.13 14.58

1=3 8.60 15.34 39.73 0.44 12.90 7.72 0.29 0.19 14.78

F4 10.86 8.58 44.58 0.51 13.92 7.94 0.27 0.27 13.08

1=5 15.86 8.71 47.38 0.38 5.73 9.31 0.45 0.50 11.68

F6 21.10 7.79 37.72 0.70 626 8.57 0.34 0.60 16.94

F7 15.30 2.20 50.50 0.16 19.34 2.29 0.60 0.11 9.51

F8 7.88 10.05 38.74 0.44 9.34 13.97 0.07 0.35 19.15

1=9 5.74 14.54 3607 0.62 11.03 12.32 0.42 0.14 19.13

FIO 5.56 17,72 42.97 0.64 13.92 509 0.13 0,28 13.69

G1 9,18 9.58 43.29 0.43 12.03 4.57 0.40 0.19 20.33

G2 7,25 17.07 44.01 0.88 11.92 5.93 0.32 0.14 12.49

G3 8.54 10.27 42.87 1.20 12.30 5.71 0.29 0.17 18.65

H1 8.38 17.35 43.13 0.91 16.01 3.34 0.46 0.15 10.28

H2 9.13 12.82 41.55 0.50 14.23 8.06 0.30 0.35 13.04

I-'13 7.47 14.49 42.29 0.48 12.23 7.59 0.33 0.27 14.84

144 8.15 14.09 40.47 0.28 12.17 10.71 0.28 0.04 13.81

I.-15 8.17 13,04 46.O3 0.52 13.07 6.29 0.29 0.19 12.40

1-16 7.91 15.87 40.40 0.38 12.50 8.83 0.25 0.15 13.71

H7 7.67 14.36 41.22 0.53 12.70 9.48 0.34 0.21 13.47

1-18 10.64 8.71 47.58 0.26 12.59 5.10 0.32 0.30 14.50

H9 8.92 12.31 44.70 0.15 13.77 6.55 0.36 0.32 12.91

HIO 11.74 4.01 60.14 0.18 9.34 1.78 0.51 0.24 12.05
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TABLE 6 continued. Individual TEM-EDX analyses of -100 nm regions in

fragments of agglutinitic glass from soil 10084. Data are presented in oxide
wt.% and include data for fragments I to N.

EDX Analyses of AgglutinitJc Glass Fragments (A to N) - Soil 10084

{wt.%) M£10 AI203 SiO2 SO3 CaO TiO2 Cr203 MnO FeO

I1 1.16 32.48 47.14 0.25 16.52 0.45 0.03 0.20 1.78

12 8.14 17.14 44.36 0.74 14.11 5.07 0.22 0.13 10.09

13 12.37 4.24 54.46 0.16 13.14 2.76 0.28 0.24 12.35

14 4.93 12.49 44.92 0.77 13.72 8.03 0.41 0.31 14.43

15 4.80 12.43 44.04 0.46 13.24 8.27 0.62 0.26 15.87

16 7.71 11.34 43.19 0.31 11.76 9.38 0.41 0.34 15.57

17 5.01 12.65 43.35 0.58 12.96 7.60 0.30 0.32 17.24

18 6.70 13.93 43.91 0.42 12.75 6.56 0.31 0.24 15.17

19 7.46 14.05 43.68 0.48 11.82 6.68 0.39 0.31 15.15

110 4.10 12.89 43.64 0.33 13.67 8.98 0.42 0.19 15.79

Ill 4.16 12.68 43.98 0.41 13.75 8.80 0.33 0.22 15.69

J2 4.49 19.64 35.41 0.42 13.02 11.61 0.26 0.18 15.56

KI+K,N 1.70 18.08 69.73 0.16 4.03 0.78 0.02 0.09 2.27

K2 9.12 13.16 42.54 1.13 11.50 6.38 0.27 0.16 15.74

K3 9.52 12.43 40.48 0.97 11.44 6.90 0.27 0.26 17.71

K4 1.18 33.66 44.03 0.04 19.01 0.20 0.00 0.00 1.95

K5 7.07 18.53 42.06 0.46 13.98 5.78 0.35 0.18 11.59

K6 5.96 16.80 38.96 0.94 14.31 8.56 0.22 0.07 12.46

K7 2.85 28.94 43.57 0.28 16.84 2.11 0.39 0.04 4.98

K8 5.87 19.67 43.92 0.41 15.07 2.92 0.27 0.17 11.72

K9 8.13 12.72 41.75 0.59 12.73 7.86 0.29 0.25 15.67

K10 6.93 19.11 42.26 0.42 13.86 5.18 0.21 0.25 11.78

K11 5.21 25.34 42.57 0.31 14.75 3.70 0.44 0.20 7.46

L1 6.36 25.89 47.64 0.28 14.89 0.45 0.21 0.00 4.32

L2 7.31 15.79 43.38 0.43 12.70 6.65 0.57 0.22 12.97

L3 5.11 26.29 50.29 0.30 14.06 0.37 0.17 0.06 3.34

L4 7.64 16.83 41.03 0.16 13.01 6.74 0.65 0.14 13.81

L5 5.98 25.58 48.07 0.68 14.52 0.36 0.06 0.98 4.49

L6 7.89 23.61 47.53 0.93 13.72 0.68 0.14 0.12 5.39

L7 7.31 24.68 48.47 0.20 13.85 0.46 0.26 0.07 4.70

L8 7.64 24.29 48.14 0.31 13.98 0.48 0.21 0.10 4.65

L9 7.21 21.18 48.92 0.74 12.33 0.67 0.17 0.10 6.68

L10 6.39 26.42 47.60 0.25 14.92 0.48 0.16 0.07 3.72

M1 7.27 15.03 40.47 0.34 13.00 8.50 0.29 0.26 14.83

M2 6.98 14.00 43.59 0.53 12.28 7.64 0.37 0.19 14.24

M3 6.79 13.61 44.10 0.66 11.78 7.23 0.32 0.23 15.09

M4 5.43 9.90 39.32 1.32 7.98 15.64 0.38 0.35 20.27

M5 6.59 14.63 49.27 0.47 11.13 6.14 0.18 0.14 11.45

N1 3.50 27.63 45.17 0.29 17.12 1.17 0.05 0.08 4.79

N2 1.98 27.68 42.12 0.63 15.68 1.57 0.10 0.05 11.07

N3 0.94 32.38 45.80 0.25 17.79 0.18 0.06 0,06 2.54

N4 4.66 14.82 49.58 0.56 11.15 6.34 0.27 0.22 13.38

N5 7.40 14.18 42.79 0.50 10.02 11.29 0.36 0.20 13.25

N6 5.87 1&63 42,07 1.28 12,09 7,56 0.30 0.11 14.08

AVG 7.38 16.30 44.64 0.50 12.69 5.67 0.30 0.20 12.11

+1- 0.37 0.62 2.24 0.25 0.63 0.28 0.15 0.10 0.61

Bulk

Soil: 7.2 16.3 41.3 0.19 12.7 7.3 0.29 0.18 15.1
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TABLE 7. Bulk compositions of agglutinitic glass fragments (fragments A to N6)
in oxide wt.%.

BulkAnalysesofAggluUniticGlassFragments(AtoN) - 10084

M_O AI203 SiO2 SO3 CaO TiO2 Cr203 MnO FeO
A
B
C
D
E
F
G
H
I
J
K
L
M
N1
N23
N4
N5
N6

5.12 21.37 46.57 1.08 13.04 4.00 0.20 0.12 8.58
9.91 11.09 44.77 0.27 11.02 6.45 0.50 0.31 15.69
5.58 20.76 44.94 0.36 13.43 5.16 0.12 0.15 9.51
8.68 14.66 42.52 0.31 12.61 7.29 0,33 0.19 13.41
9.91 12.06 48.94 0.37 10.49 4.18 0.46 0.24 13.37

10.70 10.97 42.26 0.48 11.72 8.08 0.34 0.29 15.17
8.32 12.31 43.39 0.84 12.08 5.40 0.34 0.17 17.16
8.82 12.71 44.75 0.42 12.86 6.77 0.34 0.22 13.10
6.05 14.21 45.15 0.45 13.40 6.60 0.34 0.25 13.56
4.49 19.04 35.41 0.42 13.02 11.61 0.26 0.18 15.56
5.78 20.04 44.72 0.52 13.41 4.58 0.25 0.15 10.30
6.90 23.06 47.11 0.45 13.80 1.73 0.26 0.10 6.61
6.61 13.47 43.35 0.66 11.23 8.95 0.31 0.23 15.18
3.50 27.83 45.17 0.29 17.12 1.17 0.05 0.08 4.79
1.01 30.03 43.96 0.44 16.74 0.88 0.08 0.06 6.81
4.66 14.82 48.58 0.58 11.15 6.34 0.27 0.22 13.38
7.40 14.18 42.79 0.50 10.02 11.29 0.36 0.20 13.25
5.87 16.63 42.07 1.28 12.09 7.56 0.30 0.11 14.08

AVG 6.63 17.18 44.25 0.54 12.74 6.00 0.28 0.18 12.19
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TABLE 8. TEM-EDX bulk analyses of agglutinitic glass fragments in the

immature highlands soil 61221. Data are presented in oxide wt.% except for
sulfur which is listed in element wt.%.

TABLE 1. TEM-EDX analyses of agglutinitic glass fragments in 61221.

Analysis SiO2 AI203 CaO MgO TiO2 S Cr203 FeO Na20

22 45.78 28.32 15.66 5.59 0.33 0.10 0.23 3.47 0.51

23 44.99 30.10 15.94 4.55 0.05 0.04 0.10 3.67 0.55

24 44.42 28.25 15.56 6.88 0,11 0.00 0.16 4.10 0.52

26 41.21 28.41 16.27 4.39 0.13 0.85 0.19 6.96 1.59

27 45.24 24.57 13.02 6.50 0.78 0.89 0.19 5.89 2.92

28 45.25 16.96 10,36 13.45 0.64 0.27 0.11 11.96 1.00

29 46.19 24.52 13.55 7.43 0.64 0.14 0.15 6.38 0.98

30 52.68 24.21 12.60 4.73 0.24 0.66 0.00 3.80 1.09

33 42.85 36.07 20.45 0.36 0.00 0,00 0.00 0.00 0.27

35 43.81 31.79 21.83 1.02 0.00 0.06 0.17 0.66 0.66

39 43.64 28.06 13.81 8.26 0.22 0.60 0.13 4.86 0,41

40 43.37 27.12 14.50 8.78 0.12 0.45 0.21 5.06 0.41

41 43.05 27.05 14.29 8.51 0.12 0.65 0,25 5,66 0.41

45 46.88 13.36 10,15 14.12 0.64 0.30 0.64 13.64 0.27

110 48.33 15.65 10.09 17.80 0.32 0.07 0.00 7,73 0.00

124 50.12 16.55 9.66 13.60 1.73 0.00 0.00 8.33 0.00

138 43.60 25.13 14.02 6.85 2.89 0.09 0.00 7.43 0.00

147 43.46 33.68 19.25 1.65 0.00 0.03 0.00 1.94 0.00

154 43.61 35.40 17.84 1.67 0.00 0.18 0.00 1.31 0.00

162 44.23 32.77 16.56 3.39 0.02 0.15 0.00 2.88 0,00

173 47.55 29.38 15.31 4.60 0.00 0.22 0.00 2.94 0.00S
174 47.11 16.78 18.29 10.21 0.43 0.04 0.00 7.13 0.00

182 49.49 9.90 6.61 18.75 0.21 0.23 0.00 14.80 0.00

184 35.09 37.20 19.27 6.41 0.00 0.12 0.00 1.91 0.00

193 44.28 25.80 15.52 6.75 0.80 0.00 0.00 6.85 0.00

195 46.41 24.00 14.99 7.46 0.20 0.05 0.00 6.89 0.00

196 56.85 21.85 9.84 6.03 0.02 0.50 0.00 4.93 0.00

AVG 45.54 25.66 14.64 7.40 0.39 0.25 0.09 5.60 0.43

St.Dev. 3.93 7.11 3.64 4.73 0.63 0.27 0.14 3.64 0.65

bulk soil 45.35 28.25 16.21 5.02 0.49 0.06 0.00 4.55 0.42
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TABLE 9. Individual TEM-EDX analyses of agglutinitic glass (fragments A to I)

in the mature highlands soil 61181. Data are presented in oxide wt.% except for
sulfur which is listed in element wt.%.

Individual EDX Analyses of Agglutinitic Glass Fragments (A to I) from 61181

#(wt. Na20 MgO AI203 SiO2 S K20 CaO TiO2 Cr203 FeO
A1 1.04 4.94 27.12 44.81 0.39 0.69 15.99 0.57 0.28 4.16
A2 0.67 5.41 26.91 45.30 0.62 0.42 16.00 0.63 0.27 3.76
A3 0,47 6.31 26.59 41.65 0.62 0.29 17.49 0.65 0.20 5.72
B1 0.77 8.62 10.55 48.99 0.83 0.18 17.39 0.62 0.24 11.81
B2 0.52 6.94 25.13 43.24 1.01 0.25 16.29 0.53 0.22 5.88
B3 0.81 8.62 19.77 45.43 0.53 0.21 14.68 0.56 0.19 9.20
C1 0.45 6.63 26.48 44.90 0.25 0.22 15.68 0.62 0.11 4.68
C2 0.49 6,54 26.17 44.40 0.19 0.04 15,45 0.68 0.15 5.90
C3 0.46 6.69 25.34 46.68 0.57 0.21 14.42 0.57 0.12 4.94
D1 0.72 6.95 22.63 43.31 1.65 0,87 14.01 0,37 0.29 9.20
D2 0.98 6.51 28.79 41.80 0.26 0.36 16.11 0.42 0.21 4.56
D3 0.26 0.20 34.83 44.90 0.26 0.15 19.00 0.00 0.13 0.27
E1 1.00 7.16 19.66 47.52 0.55 0.34 15.82 0.49 0.25 7.20
E2 0.93 8.82 18.35 49.92 0.74 0.27 12.44 0.56 0.32 7.66
E3 0.36 0.33 35.21 44.91 0.20 0.02 18.30 0.00 0.13 0.55
F1 0.61 2.69 26.03 46.11 0.66 0.18 16.10 0.27 0.26 7.09
F2 0.51 2.89 30.16 45.64 0.08 0.13 17.07 0.35 0.10 3.08
F3 0.57 0.09 35.70 44.11 0.17 0.09 18.89 0.00 0.03 0.36
F4 0.83 3.21 29.35 44.10 0.18 0.24 18.06 0.38 0.20 3.45
G1 0.73 1.84 31.46 45.14 0.20 0.15 17.87 0.43 0.14 2.05
G2 0.29 5.68 26.40 44.25 0.06 0.13 16.47 0.58 0.24 5.90
G3 0.00 4.88 26.90 44.97 0.29 0.23 16.21 0.70 0.14 5.68
G4 0.07 3.97 26.40 42.51 0.76 0.35 15.25 0.50 0.25 9.94
H1 0.05 4.20 26.81 43.45 0.49 0.45 15,69 0.63 0.22 8.01
H2 0.15 4.36 26.83 42.88 0.32 0.25 16.16 1.00 0.17 7.87
H3 0.67 4.17 27.18 43.83 0.63 0.88 16.99 0,32 0.28 5.05
H4 0.67 1.03 33.70 44.01 0.36 0.77 18.10 0.00 0.10 1.25
I1 0.74 4.49 25.04 45.73 0.70 0.73 16.66 0.62 0.27 5.03
12 0.75 6.85 27.15 41.92 0.45 0.58 16.59 0,61 0.20 4.90
13 0.67 9.44 26.35 38,94 1.03 0.75 15.69 0.48 0.24 6.41
14 0.68 7.47 26.05 43.10 0.45 0.60 15.56 0.63 0.37 5.09

AVG 0.58 5.09 26.61 44.47 0.50 0.36 16.34 0.48 0.20 5.38

bulk
soil 0.51 5.78 27,10 44.60 0.17 0.25 15.56 0.66 0.12 5.47
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TABLE 10. TEM-EDX bulk analyses of agglutinitic glass fragments (A to I) in the

mature highlands soil 61 181. Data are presented in oxide wt.% except for sulfur
which is listed in element wt.%.

Bulk Analyses of Agglutinitic Glass Fragments (A to I) in 61181

Na20 MgO AI203 SiO2 S K20 CaO TiO2 Cr203 FeO
A 0.73 5.55 26.87 43.92 0.54 0.47 18.49 0.82 0.25 4.55
B 0.70 8.06 18.48 45.89 0.79 0.21 16.12 0.57 0.22 8.96
C 0.47 6.62 26.00 45.33 0.34 0.16 15.18 0.62 0.13 5.17
D 0.65 4.55 28.75 43.34 0.72 0.46 16.37 0.26 0.21 4.68
E 0.73 4.75 24.81 47.12 0.54 0.20 15.67 0.33 0.24 5.63
F 0.66 2.01 31.67 44.75 0.16 0.15 17.97 0.29 0.12 2.24
G 0.11 4.62 26.67 43.61 0.38 0.28 15.96 0.68 0.20 7.48
H 0.69 3.23 28.64 44.52 0.56 0.79 17.25 0.31 0.22 3.78
I 0.70 7.92 26.52 41.32 0.64 0.64 15.95 0.57 0.27 5.47

AVG 0.60 5.26 26.49 44.42 0.52 0.37 16.33 0.47 0.21 5.33
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TABLE 11. Individual TEM-EDX analyses of agglutinitic glass (fragments a to e)

in the mature highlands soil 72501. Data are presented in oxide wt.%.

Individual EDX Analyses of Agglutinitic Glass Fragments (a to p) - 72501

# (wt.% I Na20 M_IO AI203 Si02 503 K20 CaO Ti02 Cr203 FeO

1 a 0.46 10.60 20.31 47.71 0.46 0.17 12.82 0.61 0.39 6.46

2 a 0.78 11.97 21.22 45.06 0.47 0.68 13,07 0.63 0.42 6.29

3 a 0.13 1.71 31.04 45.30 0.46 0.00 18.84 0.03 0.21 2.26

4 a 0.18 8.55 19.26 47.53 1.73 0.13 12,33 1.41 0.44 8.44

5 a 0.64 10.34 22.06 44.99 0.40 0.12 13.07 1.14 0.15 7.08

6 a 0.42 11.06 20.29 42.09 1.98 0.11 11.85 1.08 0.44 10.66

7 a 0.53 11.19 21.96 44.59 0.32 0.11 13.45 0.69 0.19 6.97

8 a 0.04 2.70 29.26 46.47 0.61 0.24 15.68 0.40 0.10 4.50

9 b 0.29 12.68 7.95 46.54 0.08 0.05 15.38 3.10 0.68 11.88

10 b 0.08 7.98 17.22 41.30 0.35 0.18 14.77 6.18 0.52 11.51

11 b 0.08 8.57 17.67 42.65 0.04 0.14 15.01 5.73 0.60 9.69

12 b 0.22 8.82 16.78 44.35 0.00 0.04 15.24 4.87 0.60 9.10

13 b 0.00 698 6.85 64.24 0.46 0.17 8.94 1.98 1.08 9.30

14 b 0.(30 8.89 13.74 46.45 0.31 0.15 15.00 4.82 0.61 10.03

15 c 0.92 8.76 17.06 42.29 0.30 0.11 12.49 5.02 0.40 12.63

16 c 0,56 8.99 17.59 42.44 0.51 0.25 11.90 4.94 0.46 12.34

17 c 0.73 9.91 15.42 42.45 0.55 0.38 12.21 4.55 0.53 13.28

18 c 0.67 9.54 15.75 43.08 0.60 0.00 11.53 5.23 0.78 12.87

19 c 0.54 9.26 16.76 40.13 0.74 0.14 12.39 5.52 0.65 13.87

20 c 0.13 0.65 32.70 45.75 0.35 0.11 19.30 0.00 0.07 0.94

21 c 0.47 5.57 23.66 43.46 0.12 0.25 14.49 3.13 0.46 8.41

22 c 0.78 9.52 14.40 42.21 0.73 0.24 11.98 4.67 0.52 14.75

23 c 0.57 8.22 23.68 39.95 0.25 0.09 14.25 3.12 0.39 9.49

24 ¢ 0.47 8.18 18.25 42.45 0.45 0.26 12.50 3.72 0.71 13.01

25 d 1.08 10.72 14.89 46.01 0.42 0.10 10.98 3.80 0.68 11.43

26 d 0.94 6.84 11.86 53.33 3.12 1.10 7.20 1.57 0.30 13.75

27 d 1.24 10.16 14.85 46.46 0.25 0.30 10.68 3.56 0.51 11.98

28 d 1.00 11.23 16.22 44.65 0.32 0.12 10.78 3.74 0.51 11.44

29 d 1.03 10.92 15.00 44.78 0.38 0.09 10.89 4.64 0.45 11.81

30 d 1.24 9.68 15.08 44.89 0.19 0.27 11.09 4.23 0.41 13.02

31 d 0.95 10.29 15.09 46.27 0.56 0.20 10.75 3.81 0.47 11.60

32 d 0.78 7.54 11.87 51.46 1.77 0.39 7.85 2.42 0.41 15.51

33 d 1.15 11.01 13.98 45.63 0.23 0.17 10.55 3.68 0.38 13.16

34 d 1.08 9.68 14.14 47.08 0.67 0.43 11.13 3.98 0.36 11.47

35 e 0.49 20.49 9.50 47.20 0.87 0.16 7.08 1.04 0.40 12.79

36 e 0.22 9.78 21.21 46.43 0.29 0.15 12.68 1.74 0.47 8.04

37 e 0.26 4.30 28.20 46.26 0.20 0,07 16.30 0.51 0.23 3.67

38 e 0.39 10.83 14.53 44.22 0.84 0.14 10.26 1.66 0.30 16,65

39 e 1.22 0.28 29.48 52.60 0.16 0.08 15.24 0.03 0.30 0,63

40 e 0.37 16.36 14.59 44,32 0.51 0.00 9.37 1.44 0,64 12.43

41 e 0.34 11.19 14.43 45.23 1.42 0.09 10,85 1.45 0.60 14.40
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TABLE 11 continued. Individual TEM-EDX analyses of agglutinitic glass
(fragments f to p) in the mature highlands soil 72501. Data are presented in
oxide wt.%. The bulk soil composition is given at the bottom of the table for
comparison.

Individual EDX Analyses

42 m42

43 m43

44 m44

45f

47 f

48f

49 f

50f

51 f

52 g

53 g

,54g

55 g

56 g

57 g

58 m58

59 h

60h

61 h

62 h

63 h

64i

65 i

66 i

67 i

68i

691

7O|

71 j

72 k

73

74

75

76

77

78

79 m

80n

81 n

82 n

83 o

84p

of Agglutinitic Glass Fragments (a to p) - 72501

Na20 M_O AI203 SiO2 SO3 K20 CaO 1302 Cr203 FeO

0.00 6.31 25.40 48.04 0.44 0.14 13.19 0.64 0.36 5.48

0.00 5.75 28.40 44.27 0.12 0.19 16.57 0.27 0.04 4.42

0.46 2.16 33.02 43.26 0.64 0.08 17.61 0.63 0.26 1.88

0.37 4.46 5.80 18.92 0.76 0.01 3.59 37.09 3.81 25.19

0.00 1.42 33.46 46.86 0.23 0.11 17.57 0.04 0.40 0.91

0.55 0.92 31.42 48.40 0.28 0.41 16.51 0.24 0.33 0.96

0.25 3.68 31.79 42.11 0.58 0.26 15.82 1.13 0.40 3.97

0.66 3.55 29.30 44.72 0.07 0.27 14.35 1.29 1.18 4.67

0.38 2.98 29.88 45.07 0.45 0.19 15.78 0.54 1.78 2.95

0.57 8.64 26.93 45.38 0.18 0.23 14.97 0.09 0.29 2.50

0.52 8.53 21.93 48.13 0.53 0.12 13.65 1.27 0.42 6.89

0.49 5.74 26.39 46.60 0.23 0.20 14.35 1.04 0.35 5.61

0.15 1.40 33.95 44.63 0.39 0.14 17.76 0.09 0.30 1.19

0.34 4.69 6.74 79.39 0.35 0.18 3.56 0.55 0.64 3.66

0.84 7.36 18.85 51.07 0.49 0.37 12.28 1.17 0.39 7.18

1.02 14.10 6.76 41.99 0.57 0.14 7.51 8.74 1,29 17.88

0.44 10.14 19,19 46.16 0.58 0,11 12.75 1.27 0.55 8.81

0.16 8,35 22.49 48,26 0.10 0.12 12,60 1.03 0,34 6.55

0,07 8.35 20,97 47.37 0.40 0.42 12.90 1.35 0,32 7.84

0.17 9.41 21.38 45.48 0.33 0.15 12.95 1.69 0.38 8.07

0.29 8.99 20.11 48.68 0.00 0.19 11.95 1.31 0.37 8.11

1.20 9.00 18.16 46.42 0.58 0.13 11.28 0.96 0.68 11.60

0.44 11.50 18.32 44.80 0.45 0.26 10.79 1.92 0.71 10.82

0.55 13.68 18.42 43.46 0.00 0.00 11.35 1.65 0.78 10.08

0.86 19.85 11.28 48.06 0.37 O.12 6.64 0.88 0.68 11.26

0.83 11.41 17.07 44.87 0.84 0.06 10.74 1.70 1.05 11,44

0.33 4.61 26.26 48.58 0.48 0.12 15.76 0.31 0.43 3.13

0.35 4.28 29.44 45.82 0.55 0.35 15.03 0.61 0.34 3.24

2.86 8.41 21.38 41.72 1.52 1,51 12.53 1.37 1.84 6.81

0.56 11.00 18.34 43.60 0.23 0.27 11.05 3.38 0.73 10.58

0.35 8.70 24.47 39.85 0.33 0.20 14.34 1.77 0.79 9.13

0,63 10.17 24.23 40.98 0.39 0.12 13.75 1.51 0.79 7.41

0.34 9.82 23.40 39.39 0.09 0.08 14.72 1.93 0.70 9.45

0.46 9.63 23.15 39.97 0.40 0.20 15.09 1.82 0.61 8.55

0.31 8.08 24.01 42.38 0.37 0.22 14.81 1.38 0.55 7.68

0.49 9.16 23.45 40.59 0.44 0.13 14.28 1.63 0.83 8.62

0,16 7.77 21.80 44.32 0.15 0.07 12.82 3,32 0.94 8.48

0.18 5.45 25.54 44.90 0.12 0.16 15.25 1.59 0.71 6.01

0.37 5.40 14.02 49.85 0.52 0.58 13.79 4.73 0.99 9.42

0.31 6.85 25.49 42.96 0.02 0.00 15.00 2.02 0.82 6.55

0,53 8.62 23.61 41.23 0,35 0.21 14.78 1.77 0.53 8.20

0.30 5.03 24.17 46.33 0.20 0.09 15.54 1.26 1.68 5.28

AVG 0.52 8.18 20.07 44.79 0.48 0.19 12.73 2.55 0.60 8.67

bulk soil 0.43 8.5 20.6 45.1 0.29 0.17 12.2 1.4 0.23 8.6
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TABLE 12. TEM-EDX bulk analyses of agglutinitic glass fragments (A to P) in
the mature highlands soil 72501. Data are presented in oxide wt.%.

Bulk Analyses of Agglutinitic Glass Fragments (A to P) - 72501

# Na20 M_IO AI203 SiO2 SO3 K20 CaO TiO2 Cr203 FeO

A 0.40 8.52 23.18 45.47 0.81 0.12 13.89 0.75 0.29 6.59

B 0.09 8.88 13.35 47.92 0.21 0.12 14.06 4.45 0.68 10.25

C 0.58 7.86 19.53 42.42 0.46 0.18 13.30 4.01 0.50 11.16

D 1.05 9.80 14.30 47.05 0.79 0.32 10.19 3.56 0.44 12.52

E 0.47 10.46 18.85 45.47 0.61 0.10 11.68 1.12 0.42 9.83

F 0.37 2.84 26.94 40.85 0.40 0.21 13.94 6.72 1.32 6.44

G 0.49 6.09 22.47 52.03 0.36 0.21 12.76 0.70 0.38 4.51

H 0.23 9.05 20.83 47.19 0.28 0.20 12.63 1.33 0.39 7.68

I 0.65 10.62 19.85 45.00 0.47 0.15 11.66 1.15 0.67 8.80

J 2.86 8.41 21.36 41.72 1.52 1.51 12.53 1.37 1.84 6.81

K 0.56 11.00 18.34 43.60 0.23 0.27 11.05 3.38 0.73 10.58

L 0.43 9.26 23.79 40.53 0.34 0.16 14.50 1.71 0.73 8,47

M 0.16 7.77 21.80 44.32 0.15 0.07 12.82 3.32 0.94 8.45

N 0.18 5.45 25.54 44.90 0.12 0.16 15.25 1.59 0.71 6.01

O 0.53 8.62 23.61 41.23 0.35 0.21 14.78 1.77 0.53 8.20

P 0.30 5.03 24.17 46.33 0.20 0.09 15.54 1.26 1.56 5.28

M42 0.00 6.31 25.40 46.94 0.44 0.14 13.19 0.64 0.36 5.46

M43 0.00 5.75 28.40 44.27 0.12 0.19 16.57 0.27 0.04 4.42

M44 0.46 2.16 33.02 43.26 0.64 0.08 17.61 0.63 0.26 1.88

M68 1.02 14.10 6.76 41.99 0.57 0.14 7.51 8.74 1.29 17.88

AVG 0.54 7.90 21.57 44.78 0.45 0.23 13.27 2.42 0.70 8.07
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4.2.g. Analyzing amorphous rims and vapor deposits.

In response to a technical comment on our research presented in

Science, we have written a response that was published in the the June 17,

1994 issue of Science. A copy of the comment and our response is attached in

the Appendix. In addition, we also presented additional data and interpretations

on the nature of amorphous rims on lunar silicates at the 57th Meeting of the

Meteoritical Society in Prague, Czech Republic. It was demonstrated the

magnitude of the chemical differences between rims and their hosts were so

great, that a major addition of material was deposited on the surfaces of the soil
grains either by condensation of impact-derived vapors or via sputter deposition.

A copy of the abstract of this presentation as published in Meteortitics is

attached in the Appendix.

We have also obtained additional analyses of amorphous rims in lunar

soils, including the direct analysis of oxygen in both the rims and their host

grains (Table 13). Of the 11 soils grains analyzed, 4 show evidence for cation

deficiency, 3 have an oxygen deficit, and the remainder show no anomalies.

The cation deficiency may be related to irradiation processes in the lunar

regolith (similar oxygen anomalies are reported in interplanetary dust particles,

see Bradley, Science, 1994, vol. 265, p. 925). The "reduced" rims must have

some reduced Si in order to achieve stoichiometry (all of the Fe and S in these

rims is assumed to be elemental), and this would be consistent with their

formation as vapor deposits.
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TABLE 13. TEM-EDX analyses (11) of amorphous rims on various lunar soil
grains (An=anorthite, opx=orthopyroxene, cpx=clinopyroxene/augite, and
crist=cristobalite) from soils 78221 and 10084. Data are presented in element
wt.% and arranged so that each core soil grain/rim pair are listed sequentially.

Quantitative TEM-EDX analyses of amorphous rimsand their substrates in Apollo 11 and 17 soils.

Analysis (el. wt.%) O Mg Al Si S Ca Ti Fe
Soil

242 rim 36.20 5.53 14.42 22.20 0.05 12.08 1.02 8.51 78221

243 core (An) 45.78 0.58 19.72 21.28 0.00 12.64 0.00 0.00 78221

240 rim 50.30 1.34 9.99 31.35 0.03 2.28 1.35 3.36 78221
241 core (opx) 44.74 14.22 4.30 22.72 0.01 3.70 0.44 9.86 78221

26 rim 47.23 2.42 6.33 33.07 0.47 3.25 1.82 5.41 10084
25 core (cpx) 41.35 6.86 1.72 24.38 0.04 7.61 0.59 17.45 10084

21 rim 45.03 3.98 5.15 33.45 0.40 3.11 1.59 7.30 10084

20 core (opx) 44.70 14.75 0.66 26.59 0.00 2.78 0.36 10.15 10084

46 outer rim 43.28 3.85 9.09 23.32 0.59 5.58 2.53 11.77 10084
45 inner rim 43.53 3.22 13.88 23.11 0.32 8.49 1.33 5.37 10084
44 core (An) 46.35 0.17 18.67 22.05 0.00 12.72 0.00 0.04 10084

34 outer rim 52.26 3.97 3.24 29.60 0.59 1.56 1.22 7.56 10084
35 inner rim 44.61 7.72 3.70 34.67 0.21 2.15 0.27 6.67 10084

36 core (opx) 44.97 16.72 0.40 25.85 0.01 1.57 0.16 10.32 10084

208 rim 48.62 5.50 4.01 26.69 0.10 7.61 0.91 6.56 78221
209 core (opx) 43.23 10.49 0.86 24.85 0.10 4.95 0.54 14.98 78221

211 rim 55.06 0.70 9.69 30.67 0.00 3.05 0.00 0.82 78221
210 core (An) 44.46 0.44 19.67 21.82 0.00 13.57 0.00 0.03 78221

214 rim 41.81 0.98 12.67 28.54 0,20 5.55 0.86 9.38 78221

213 core (An) 47.08 0.51 18.36 21.22 0.00 12.83 0.00 0.00 78221

217 outer rim 51.12 0.92 7.66 31.48 0.07 2.63 0.35 5.78 78221
216 inner rim 54.27 0.58 11.37 27.60 0.04 4.04 0.18 1.92 78221
215 core (An) 47.04 0.51 19.12 20.57 0.00 12.70 0.00 0.05 78221

218 outer rim 51.90 0.00 6.25 33.83 0.00 1.48 2.26 4.28 78221
219 inner rim 54.55 0.45 4.66 39.81 0.02 0.41 0.07 0.03 78221

220 core (crist 51.43 0.01 0.25 48.31 0.00 0.00 0.00 0.00 78221
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4.2.h. Analyzing submicrometer glass spheres in regolith samples.

We have obtained over 50 analyses of individual submicrometer glass

spheres in two Apollo 16 soils (61221 and 67701, immature and sub-mature,
respectively). The data are presented in Tables 14 and 15 and are plotted in

Figure 54. These spheres range in composition from essentially pure silica to

glasses containing major Ca and AI and only traces of Si (high-AI, si-poor HASP

glasses). This range in composition is similar to what we have observed in other

lunar soils (Keller et al., 1995 in review). Unlike the submicrometer glasses

observed in other highland soils, fractionated compositions (e.g. HASP and the

high-Si glasses) comprise a minority of the analyzed spheres. The majority of
spheres have "basaltic" compositions and contain sufficient silica for a traditional
norm to be calculated. These results may indicate that the abundance of

submicrometer glasses with fractionated compositions correlates positively with

soil maturity.
We submitted a manuscript describing our results on submicrometer

glass spheres in lunar soils to Geochimica et Cosmochimica Acta (the
manuscript as submitted is attached in the Appendix of our first quarter progress

report for this contract), but the editors declined to publish the paper until major

revisions are made. These revisions are in progress.

4.23. Analyzing selected regolith grains for carbon.

We do not report any analyses for carbon in lunar soil grains. We

learned during the summer of 1994 that existing sieve fractions of lunar soil that

were available to us for analysis were contaminated with surficial deposits of

carbon-bearing material (David S. McKay and co-workers, pers. comm.). In

September 1994 we requested new, prisitine soil samples from the Lunar

Curator at the Johnson Space Center for our analysis, but as of this writing, we

have still not received the requested samples.
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Analysis

TABLE 14. TEM-EDX analyses (37) of submicrometer glass spheres in lunar

soil 61221. Data are presented in oxide weight % except sulfur which is

reported as element wt.%.

SiO2 AI203 CaO MgO TiO2 S Cr203 FeO Na20

25 46.36 34.76 15.94 1.68 0,00 0.13 0.12 1.01 0.00

31 35.96 32.15 17.75 7.68 0.31 0.15 0.09 5.35 0.56

32 83.54 3.03 2.72 4.46 0.00 0.83 0.03 4.84 0.66

34 43.36 33.36 17.93 1.88 0.00 0.08 0.04 2.31 1.04

37 97.45 1.21 0.22 0.75 0.00 0.12 0.09 0.15 0.00

44 46.59 33.39 17.66 1.00 0.00 0.00 0.03 0.58 0.77

46 16.58 50.95 27.50 3.74 0.00 0.07 0.00 1.16 0.00

98 1.88 64.59 32.50 0.85 0.08 0.03 0.06 0.01 0.00

99 96.77 1.25 0.23 0.93 0.00 0.00 0.10 0.04 0.69

102 67.25 0.19 0.00 1.19 0.00 1.27 0.05 29.29 0.75

103 44.43 3.15 5.51 3.44 0.00 0.27 0.58 42.62 0.00

104 79.06 0.87 0.46 4.51 0.00 0.00 0.25 10.98 3.88

105 43.17 34.00 17.40 1.59 0.00 0.33 0.06 2.91 0.54

106 30.60 37.49 20.18 8.26 0.19 0.00 0.09 3.19 0.00

107 97.26 0.72 0.00 1.01 0.00 0.16 0.20 0.64 0.00

117 43.31 36.55 18.87 1.01 0.00 0.00 0.00 0.26 0.00

118 44.46 31.04 16.51 3.79 0.00 0.06 0.00 4.13 0.00

119 46.65 28.20 14.50 5.50 0.23 0.00 0.00 4.92 0.00

120 46.52 34.35 17.39 1.08 0.00 0.06 0.00 0.60 0.00

121 50.33 1.78 18.31 14.85 0.33 0.00 0.00 14.39 0,00

122 47.46 13.56 14.94 7.02 1.01 0.07 -_0"00 15.94 0.00

123 45.07 18.89 14.40 13.21 0.02 0.00 0.00 8.41 0 00

131 42.49 30.12 16.34 5.74 0.22 0.09 0.00 4.99 0.00

132 36.31 34.02 19,64 5.06 0.00 0,08 0.00 4.88 0.00

153 46.06 35.47 16.16 1.49 0.00 0.09 0.00 0.74 0.00

171 45.72 36.93 15.09 1.37 0.00 0.07 0.00 0.82 0.00

172 49.80 34.63 13.95 1.09 0.00 0.00 0.00 0.52 0.00

183 44.84 28.48 16.77 4.95 0.00 0.15 0.00 4.81 0.00

190 97.79 1.26 0.18 0.72 0.00 0.00 0.00 0.05 0.00

191 443.77 35.43 19.21 0.84 0.00 0.00 0.00 0.75 0.00

192 45.00 27.36 16.09 9.66 0.03 0.04 0.00 1.81 0.00

194 50.06 35.11 14.24 0.59 0.00 0.00 0.00 0.00 0.00

203 32.11 443.44 16.82 6.61 0.15 0.00 0.00 0.87 0.00

204 46.27 33.17 16.93 1.74 0.00 0.06 0.00 1.83 0.00

205 44.92 33.72 17.92 1.52 0.00 0.07 0.00 1.86 0.00

206 45.46 32.63 17.50 2.00 0.00 0.14 0.00 2.27 0.00

207 45.76 35.96 17.47 0.81 0.00 0.00 0.00 0.00 0.00
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TABLE 15. TEM-EDX analyses (15) of submicrometer glass spheres in lunar
soil 67701. Data are presented in oxide weight % except sulfur which is
reported as element wt.%.

TEM EDX analyses of sub-micrometer glass spheres in 67701

Analysis SiO2 AI203 CaO MgO TiO2 S Cr203 FeO Na20

78 17.89 45.64 24.87 10.31 0.24 0.05 0.06 0.95 0.00

79 44.64 34.72 18.62 0.94 0.00 0.00 0.34 0.34 0.41

80 38.96 37.86 19.18 2.41 0.00 0.13 0.00 1.46 0.00

81 47.64 27.96 15.08 5.92 0.34 0.08 0.00 2.73 0.26

82 44.46 35.54 18.53 0.66 0.00 0.11 0.09 0.07 0.55

83 27.77 36.20 20.45 11.17 0.39 0.00 0.00 4.02 0.00

84 49.08 32.38 14.90 1.92 0.00 0.16 0.00 1.42 0.13
85 92.92 3.11 1.34 0.73 0.00 0.39 0.00 0.25 1.26

86 32.95 27.33 18.24 14.38 1.32 0.01 0.00 5.66 0.11

87 44.68 33.04 17.46 3.15 0.00 0.00 0.00 1.68 0.00

88 42.69 27.64 17.33 7.43 0.06 0.17 0.30 4.13 0.24

89 44.26 32.47 17.92 2.55 0.00 0.08 0.00 2.03 0.69

92 21.71 46.51 24.22 6.85 0.24 0.03 0.00 0.45 0.00

93 31.81 40.39 20.11 6.51 0.13 0.00 0.00 1.05 0.00

94 98.49 0.99 0.01 0.48 0.00 0.00 0.00 0.03 0.00

bulk soil 44.78 28.47 16.87 4.92 0.43 0.00 0.00 4.17 0.53
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4.2.j. Analyzing selected lunar grains for their reflectance spectra

properties.

We have obtained (12) reflectance spectra over the visible wavelength

range (380-800 nm) from pyroclastic glass beads from two lunar soils (15401

and 74220). The reflectance data (Figure X) show considerable variation in their
absolute reflectivities which is a function of the nature of the particle surface.

There is excellent agreement in the spectral shape for glasses from the same

soils. For example, all of the analyzed "orange" glass from 74220 shows strong

absorption of the shorter wavelengths (yellow to violet) and a major peak at ~700

nm which corresponds to orange-red. All of the "green" glass spectra show a

major peak in the yellow-green (~550 nm) with absorption of the shorter and

longer wavelengths. These data are summarized by Allen et al., (1994) along

with their potential application to remote-sensing of the lunar surface (mapping

of pyroclastic deposits).
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FIGURE 55. Visible reflectance spectra for individual pyroclastic glass beads for

lunar soils 15401 and 74220.
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NEW PROSPECTS FOR ANALYZING LUNAR PYROCLASTIC GLASS

C. C. Allen, Lockheed Engineering & Sciences Co., Houston, TX L.P. Keller and J.P. Bradley,
MVA, Inc., Norcross, GA D.E. Brownlee, University of Washington, Seattle, WA
and D. S. McKay, NASA/Johnson Space Center, Houston, TX

Pyroclastic glass particles of diverse compositions are sparsely distributed in the lunar soil.
Numerous suspected pyroclastic deposits have been pinpointed on the nearside. However, a
dearth of pure samples large enough for spectral study, coupled with the kilometer spatial
resolution of Earth-based telescope spectrometry, make it difficult to remotely analyze these
deposits or tie most glasses to specific sources. Two developments should soon improve this
situation. First, the technique of microscope photometry combined with microprobe analysis
for the first time allows correlation of the reflectance spectra and chemical compositions of
individual glass particles. Second, the Clementine spacecraft will provide multispectral
images of pyroclastic deposits at much higher spatial resolution than is currently achievable.
These developments, combined with traditional laboratory and telescope studies, should allow
compositions of many pyroclastic deposits and sources of many soil particles to be determined.

Pyroclasti¢ Glass. Lunar pyroclastic glass particles, tens to hundreds of micrometers in
diameter, span a large range of chemical compositions. Delano (1) has identified 25 distinct
glasses in lunar soil. Among these glasses, thin section colors range from green to yellow to
orange to red with increasing TiO2 content. Some of these compositions are also represented by
devitrified black particles, darkened by myriad submicrometer ilmenite and spinel crystals.

Of these diverse glass types the reflectance spectra of only three are known (2,3). Sample
74220 is the high-Ti "orange soil" from Shorty Crater. Sample 74001 is a core dominated by
almost pure concentrations of black glass, the devitrified equivalent of 74220. Sample 15401
contains predominantly Iow-Ti green glass. No other pyroclastic glasses have been found in
sufficient quantity (10 mg = 10,000 particles) to permit classical reflectance spectrometry
(C.M. Pieters, personal communication).

If reflectance spectra could be correlated to chemical composition it might allow remote
analysis of many lunar pyroclastic glass deposits. Such determinations could be ambiguous,
however, if the deposits are heterogeneous. The extensive Taurus-Littrow dark mantle, for
example, contains mainly black glass like 74001, mixed with orange glass similar to 74220.
This determination was made based on telescopic measurements (4, 5) with 5-20 km spatial
resolutions. Homogeneous deposits of smaller dimensions, if they exist on the Moon, cannot be
identified by Earth-based measurements.

Microscope Photometry. We have for the first time collected reflectance spectra of
individual pyroclastic glass spheres as small as -20 IJ-m in diameter. Measurements were
made over the wavelength range of 380- to 800-nm relative to a BaS04 reference standard.
Spectra were obtained by scanning over the wavelength range in 5 nm steps. Measuring
apertures were optimized to individual particle diameters. Further details of the microscope
photometric technique are reported by Bradley et al. (6).

Figure 1 shows typical spectra of ~ 100 I.Lm diameter glass particles from samples 74220
(orange), 74001 (black), and 15401 (green). The orange glass spectrum is characterized by
a gradual rise from the UV to around 600 nm, followed by a steep rise and a broad absorption
feature Iongward of 700 nm. The green glass shows a rapid rise to approximately 560 nm,
followed by a deep absorption feature centered in the infrared. These bands have been
correlated with the abundances and oxidation states of iron and titanium in the glasses (7). The
black glass spectrum is essentially flat throughout the measured range. The locations of
absorption features closely match those measured for bulk samples (2,3), though the bulk
samples exhibit more pronounced red slopes.



22 LPSC.L'YV

NEW PROSPECTS FOR ANALYZING LUNAR GLASS: Allen C.C. et al.

The peak reflectivities of individual glass particles depend on size and degree of roughness,
with broken particles having the most prominent spectral features. Values for green glass
range from 7-16%, while orange glass ranges from 8-40%. In both cases slope trends and
peak locations are similar among all particles. Black glasses all have nearly identical spectra.

Particles which have been measured by microscope photometry can subsequently be classified
by chemical type using the electron microprobe. Thus, chemical compositions can be
correlated with reflectance spectra even for extremely rare particles. We intend to use this
combination of techniques to quantify the colors of the entire range of pyroclastic glasses,
using individual particles picked from lunar soil samples.

Clementine. The Clementine spacecraft, due to map the moon from polar orbit in 1994,

will carry four multispectral sensors. The high resolution camera, with an optimum

resolution of 23 m, has been targeted to all identified pyroclastic deposits on the nearside. It

will provide multispectral images through filters centered at 415, 560, 650, and 750 nm.

We analyzed our spectra of individual particles to determine if the three glass types could be
distinguished using only data from the Clementine filter passbands. To emphasize spectral
features and minimize albedo differences, reflectivity ratios among several bands were
compared. Figure 2 shows a plot of 650/560 nm ratios vs. 750/560 nm ratios. This
presentation was chosen to emphasize differences among the spectral types.

Figure 2 demonstrates a strong clustering of reflectivity ratios according to particle

composition. We conclude that Clementine data would be adequate to differentiate among

deposits of essentially pure orange, black, and green glass. With a resolution of 23 m, the

Clementine high-resolution sensor could locate such concentrations in larger deposits which

are heterogeneous at telescope resolution.

Determining the chemical compositions of pyroclastic glass deposits will significantly aid our
understanding of lunar volcanism. Similarly, locating the sources of individual glass particles

in lunar soils will place new constraints on models of regolith development.

References. (1) Delano, 1986, PLPSC16, D201 (2) Adams et al., 1974, PLSC5, 171
(3) Heiken et al., 1991, Lunar Sourcebook, p.211 (4) Gaddis et al., 1985, Icarus, 61, 461
(5) Hawke et al., 1991, PLPSC21, 377 (6) Bradley et al., 1994, this volume (7) Bell et
al., 1976, PLSC7, 2543
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THE CONTRIBUTION OF VAPOR DEPOSITION TO AMORPHOUS RIMS ON LUNAR

SOIL GRAINS. Lindsay P. Keller 1 and David S. McKay 2, 1MVA, Inc., 5500/200

Oakbrook Parkway, Norcross, GA 30093, and 2SN6, NASA Johnson Space Center,

Houston, TX 77058.

Our recent analytical electron microscope study of lunar soils showed that the -60-

nm-wide amorphous rims surrounding many lunar soil grains exhibit distinct

compositional differences from their hosts [1]. On average, the amorphous rim

compositions reflect the local bulk soil composition with the exceptions of silicon and
sulfur which are enriched relative to the bulk soil. These chemical trends led us to

propose that the amorphous rims were in fact deposits of impact-generated vapors that

were produced during regolith gardening [1]; a hypothesis that runs contrary to the

generally accepted view that the rims are produced through amorphization of the outer

parts of mineral grains by interaction with the solar wind (e.g. [2]). Here we report our

analytical data for amorphous rims on individual minerals in lunar soils in order to show

that the magnitude of the chemical differences between rim and host are so great that

they require a major addition of foreign elements to the grain surfaces.

Table 1 lists the average composition of amorphous rims as a function of host

mineralogy as determined in microtome thin sections using energy-dispersive x-ray

spectrometry in the transmission electron microscope (see [1] for analytical details).

Rims on cristobalite (essentially pure SiO2) contain major Mg, AI, Ca, Ti, and Fe; these

elements are clearly foreign to cristobalite, and so must have been deposited on the

surfaces of grains either by sputter deposition or by condensation of impact-derived

vapors. Similar arguments can be made for the amorphous rims on olivine [(Mg,Fe)

2SIO4] grains, which contain major Ca, AI, and Ti that are normally present in olivine at

only trace levels, and rims on anorthite (An_._) which contain major Mg, Ti, and Fe that

are also present at trace concentrations in the host plagioclase. As the host mineral

becomes chemically more complex (as in augite) the chemical differences are not as

clear as the preceding examples. But overall, the average rim compositions are

remarkably similar and are independent of the host grain mineralogy (Table 1). These
data indicate that much of the "thickness" of amorphous rims consists of elements that

are not indigenous to the host grain.

Whether there are "sputtering" or radiation effects superimposed on the vapor

deposited material can be debated. We do not explicitly exclude the effects of
radiation damage as a contributing factor to the formation of amorphous rims, we are

merely emphasizing the major (and generally overlooked) role played by condensed

vapors in the formation of amorphous rims on lunar soil grains.

Acknowledgements. This work was supported by NASA RTOP 152-17-40-21 and
NASA Contract NAS 9-18992.

References. [1] Keller, L. P. and McKay, D. S. (1993) Science, 261, 1305. [2] Borg, J.

et aL (1980) in The Ancient Sun, Eds. R. O. Pepin et aL, 431.
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TABLE 1. Average compositions of amorphous rims on specific minerals in
lunar soils 10084 and 78221.

Host Na20 MgO AI203 SiOz S CaO TiOz FeO
Phase

Anorthite 0.1 3.5 20.1 53.4 0.7 9.7 4.0 8.5

Augite 0.2 6.8 11.3 56.1 0.6 9.7 4.2 11.3
Cristobalite 0.2 5.4 11.5 59.2 1.7 7.3 3.9 10.8

Olivine 0.6 8.8 15.5 47.6 0.4 8.8 3.6 14.7
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Hydrated Cluster Particles: Thomas, K.L. et al.

Several related fragments from our second cluster, L2005#31, are pictured in the JSC Cosmic

Dust Catalog [11]. These fragments have chondritic EDX spectra and show either porous or smooth

surface morphologies. Three fragments of this cluster have been analyzed previously by others; two of

these are typical pyroxene-rich, porous, anhydrous IDPs, L2005F31 [Keller, pers. comm] and L2005F39

[Zolensky, 12 and pers. comm], while the third fragment (L2005F37) is a saponite-dominated particle

[K16ck, pers. comm.]. We obtained 5 additional fragments ofL2005#31 in order to determine whether this

cluster particle was only partly hydrated. Major element compositons are chondritic (within 2xCI) for all

five fragments. From our group of three fragments analyzed in the TEM, two were anhydrous and were

dominated by pyroxene. They contained carbonaceous material, Ni-poor sulfides, glass, Fe-Ni metal,

chromite, and discontinuous magnetite rims. The third fragment contained no anhydrous silicates; it is

composed of saponite, sulfides with Ni ranging from 3-21 wt.%, chromite, and rare si-rich glass. Although
cluster L2005#31 contains both anhydrous and hydrated IDPs, the fragments have several anhydrous

phases in common which strongly indicates that the fragments are derived from the same parent cluster.

Reflectance spectra from the fragments show two major trends: three spectra are flat or gently rise

into the red and two fall steeply into the red. The TEM data indicate that fragments in the first group are

dominantly anhydrous while the latter group are hydrated fragments.

Heating I-rastory of Our Second Cluster The presence of rninor, discontinuous magnetite rims indicates that

fragments from L2005#31 were heated little during atmospheric entry. Another related fragment,

L2005F38, was analyzed by [13]; it had a 50% He release temperature of 530 oC which indicates that this

fragment also experienced minor atmospheric heating.

How do individual cluster differ from each other? This and previous work show that cluster particles can

be composed of anhydrous, hydrated, or a mixture of both anhydrous and hydrated fragments. Prior work

on one anhydrous cluster, L2008#5, showed that the chemical compositions and mineralogy widely varied

from fragment to fragment (i.e., some were dominated by Fe-Ni sulfides, olivine, or by carbon and

pyroxene)[1,2]. In this study, our two cluster particles are chemically and mineralogically different from

the anhydrous cluster previously studied. Fragments in cluster L2011#5 are composed mainly of serpentine

and are remarkably similar in chemistry, mineralogy, and reflectance spectra; this homogeneity is a likely

consequence of extensive aqueous alteration on its parent body. However, cluster L2005#31 contains both

anhydrous and hydrated fragments which show a much greater degree of chemical and mineralogical

heterogeneity. Dramatic differences in mineralogy and reflectance spectra between fragments from cluster
L2008#5 and L2005#31 are most likely due to the nature of parent bodies of these clusters; the anhydrous

and mixed clusters are essentially heterogeneous breccias made up of different materials having different

histories which were physically combined either in the early nebula or in the regolith of a parent body.
How do cluster particles differ from mierometeorites? Cluster IDPs are within the same size range (~50-

100 lain in diameter) as smaller-sized Antarctic micrometeorites (MMs). In general, more than 50% of

these MMs have been highly heated during atmospheric entry [14]. Approximately 6% of MMs with

unmelted-looking surfaces have abundant magnetite and depleted bulk S (relative to CI) which suggests

that they have been extensively heated. However, fragments from our cluster particles contain chondritic S

and minor amounts of magnetite; they most closely resemble the relatively unheated, small-sized IDPs.

Rgferenees: [1] Thomas K.L. etal. (1994) LPSC 25, 1393. [2] Thomas K.L. eta/. (1994) LPSC 25, 1391.
[3] Clemett S.J. eta/. (1993) Science 262, 721. [4] McKeegan K.D. ¢ta/(1985) GCA 49, 1971. [5]

Thomas K.L. eta/. (1993) GCA 57, 1551. [6] Bradley I.B. eta1. (1994) LPSC 25, 159.[7] CDPET (1992)

Cosmic Dust Catalog 13, 57. [8] Schramm L.S. eta/. (1989) Meteoritics 24, 99. [9] Keller L.P. eta/.

(1992) LPSC 23, 675. [10] Nier A.O. and Schlutter D.S. (1993) Meteoritics 25, 675. [11] CDPET (1990)

Cosmic Dust Catalog 11, 38. [12] Zolensky M.E. & Barrett R.A. (1994) Meteoritics 29, 616. [13] Nier

A.O. and Schlutter D.J. (1992) Meteoritics 27, 166. [14] Kurat G. eta/. (1992) LPSC 23, 747.
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THE NATURE OF AGGLUTINITIC GLASS IN THE FINE-SIZE FRACTION OF LUNAR SOIL 10084.
Lindsay P. Keller 1 and David S. McKay2, 1MVA Inc., 5500 Oakbrook Parkway, Suite 200, Norcross, GA
30093 and 2SN, NASA-JSC, Houston, "IX 77058.

Introduction. Agglutinitic glass contains much of the reduced Fe in lunar soils [1], and contributes to the
modification of reflectance spectra from lunar soils [2]. Previous work has shown that agglutinitic glass
can be compositionally heterogeneous [e.g. 3-5], but the scale of these heterogeneities is not well known.
In addition, few data are available on the charactedsitics of the inclusions in agglutinitic glass. Here we
report on our preliminary transmission electron microscope (TEM) examination of agglutinitic glass
fragments from the Apollo 11 soil 10084.

Methods. Aliquots of the <20 I_m size fraction of 10084 were embedded in low viscosity epoxy and
specimens were prepared for electron microscope examination by ultramicrotomy. In the
ultramicrotomed thin sections (80- to 100-nm thick), random fragments of agglutinitic glass free of lithic
fragments were analyzed using a TEM equipped with an energy-dispersive x-ray (EDX) spectrometer.
We analyzed 13 fragments of agglutinitic glass and collected 5 to 10 random analyses from each
fragment (97 total analyses) using a probe size of-100 nm. Thin-film EDX analyses were collected so
that counting statistics for major elements were -1%; experimental k-factors have relative errors of <5%.
The size distribution of submicroscopic Fe metal was determined for each analyzed area.

Results and Discussion. Agglutinitic glass in our samples shows large variations in composition and
texture. To assess the heterogeneity within individual fragments, we plotted all the analyses from
different regions within each fragment in plots of MgO/SiO 2 (wt.%) versus AI203/SiO 2 (wt.%). From
these plots, three broad patterns are observed. Group I. The smallest group (3 of 13-fragments)
random analyses within each fragment are tightly clustered about the composition of the <10 _m fraction
of the bulk soil (Fig. la). These compositions are highly homogeneous over distances of several
micrometers, and the size distribution and number density of Fe inclusions is very similar among
fragments of this group. Group 1 fragments represent well-mixed, total melts. Group I1. This group
contains 5 of the 13 fragments and is characterized by linear mixing trends in x-y scatter plots (Fig. lb).
The mixing trends extend between an anorthite-dch component and a mafic component. These melts
are not well-mixed. Group I!1. Agglutinitic glass in this group shows strong compositional and textural
gradients on a scale of <0.1 _m. The compositional variations are large and are not systematic. In only
a few fragments have we identified domains within the agglutinitic glass that correspond to melts of
individual minerals (5 regions of anorthite-composition glass and 1 region of augite glass were
observed). Textural differences include the presence or absence of vesicles (and the number density of
vesicles), the types of opaque inclusions, the size distribution of opaques, and the spatial distribution of
opaques.

In agreement with previous studies, the average composition of our agglutinitic glass approaches
that of the finest size fraction (Fig. le). We have however, observed that S is enriched by a factor of ~3
in agglutinitic glass relative to the bulk soil. Similar enrichments in S are observed in vapor-deposited
coatings on mineral grains in the same soil [6], and so we believe that the S enrichment observed in
agglutinitic glass is the preserved signature of the precursor materials, i.e. fine-grained soil grains with
vapor coatings.

Opaque inclusions are typically spherical although most of the larger grains have begun to
assume more euhedral shapes, including grains with octahedral faces and cubic forms. The number
density of metal inclusions vades significantly among and within individual fragments of agglutinitic
glass, however, the size distributions appear similar. Our results show that averaged over all analyzed
agglutiniUc glass fragments, the sizes of the metal inclusions follow a log-normal distdbution (Fig. lf) with
a geometric mean grain size of 6.4 nm (the geometric standard deviation o'Q = 1.81). The measured
size range of Fe grains closely corresponds to the proposed size range for tl_e reduced metal that is
known to be responsible for the ferromagnetic resonance (FMR) absorption used to estimate soil maturity
[1]. The FMR data sugg_e,st a size range of ~4- to 33-nm for the metal grains produced by the exposure-
induced reduction of Fe" [1].

Conclusions. 1) Agglutinitic glass shows compositional and textural heterogeneities at the 0.1 p.m
scale. 2) The glass fragments preserve a component of vapor deposited material. 3) The number
density of Fe inclusions in agglutinitic glass is highly variable, but in general the size distributions tend to
be similar and follow a log-normal distribution. 4) The actual size range of Fe grains in agglutinitic glass
is similar to that estimated by FMR.

References. [1] Morns, R. V. (1980) PLPSC 11, 1697. [2] Pieters, C. M. et al. (1993) JGR 98, 20817.
[3] Hu, H-N and Taylor, L. A. (1978) Mare C#sium: The View from Luna 24, 291-302. [4] Walker, R. J.
and Papike, J. J. (1981) PLPSC 12B, 421. [5] Basu, A. and McKay, D. S. (1985) JGR 90, D87. [6]
Keller, L. P. and McKay, D. S. (1993) Science 261, 1305.
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ELECT.O.ENERGY-LOSSsPEcTroscoPYcA -o.,.,.TERP E'rA.Y
DUST PA3RTllCLES. Lindsay P. Keller I, John P. Bradley 1, Kathie L. Thg2mas/, and David
S. McKay , MVA, Inc., 5500 Oakbro_k Parkway, Norcross, GA 30093, C23, Lockheed,
NASNJSC, Houston, TX 77058, and SN, NASA/JSC, Houston, TX 77058

Introduction. The nature of the carbon-bearing phases in IDPs provides information
regarding the chemical and physical processes involved in the formation and evolution of
the early solar system. Several carbon-bearing materials have been observed in IDPs
[e.g. 1], but details of their nature, abundance, and distribution are still poorly known. A
knowledge of the abundance and nature of carbon in IDPs is useful in constraining the
sources of IDPs and for comparisons with other chondritic materials. Estimates of carbon
abundance in anhydrous and hydrated IDPs indicate that most of these particles have
significantly higher carbon than the carbonaceous chondrites [2,3]. Mineralogical
analyses show that carbonates are only a minor component of most hydrated IDPs, and so
the high carbon abundances in this group of IDPs indicates that other carbon-bearing
phases are present in significant concentrations [3]. Using the technique of electron
energy-loss spectroscopy (EELS), we have identified two forms of carbon in a hydrated
IDP, oxidized carbon (carbonates) and amorphous elemental carbon.

Methods. EELS spectra were obtained using a JEOL 2010 TEM equipped with a GATAN
parallel EELS detector. Carbonate standards were finely ground and dispersed onto SiO
thin films for the EELS analysis. Ultramicrotome thin sections(-80 nm thick) of IDPs were
placed on holey carbon films and only those regions of the thin sections that were over
holes in the film were analyzed. EELS spectra were acquired at 0.2 eV/channel, with an
analysis time of 1 second/scan. The scanned spectra were summed until more than 50K
photodiode counts in the carbon K-absorption edge were accumulated.

Carbon Near-edge structure. In amorphous carbon, the excitation of a ls electron to the
first empty band (the =* conduction band) results in the onset of the carbon K-edge at -284
eV. The broad peak in the EELS spectra at -292 eV corresponds to transitions from ls to
the _* conduction band. In graphite, the =* peak involves the pz orbitals (the weak bonds
between planes of carbon atoms in the graphite structure), while the sigma* peak results
from sp2 hybrid bonds between coplanar carbon atoms. Structural variations (i.e. the
degree of graphitization) can be estimated by comparing the relative proportions of _* and
_* bonding in the high-loss region [4,5].

There is a distinct energy shift in the onset of the carbon K-edge in carbonates
relative to amorphous carbon. In carbonates, the onset of the carbon K-edge occurs at
-290 eV with a second broader peak centered at -302 eV [6].

Results and Discussion. EELS spectra were collected from several regions (-0.5 I_m in
diameter) in thin sections of L2006G1, a hydrated IDP that contains 20 wt.% C [3].
L2006G1 consists of abundant Mg-rich saponite that coexists with fine-grained Fe-Ni
sulfides. Distinct grains of Mg-Fe carbonates are observed in the thin section. This IDP
shows no mineralogical evidence of strong heating (e.g. a magnetite rim) even though the
diameter of the particle is -25 _m.

Typical EELS spectra from L2006G1 are shown in Figure 1. Spectra obtained from
the carbonate grains show the characteristic doublet structure for oxidized carbon,
however, they also exhibit a slight contribution from indigenous amorphous carbon (the
small peak with an onset at 284 eV). EELS spectra from other areas in the thin sections
(e.g. phyllosilicate-dominated regions) have carbon K-edges that are typical of amorphous
carbon. Comparisons with the edge structure of the carbon support film suggest that the
amorphous carbon in L2006G1 is more disordered than the holey carbon film.
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Conclusions. The analysis of the carbon near-edge structure in the EELS spectra from a
hydrated interplanetary dust particle shows that carbonates and amorphous elemental
carbon are the major carbon-bearing phases. The carbonates occur as discrete grains in
the IDP whereas the amorphous carbon is associated with the fine-grained phyllosilicates.
Electron energy-loss spectroscopy in the TEM provides a means of mapping the chemical
state of carbon in IDPs with high spatial resolution

Acknowledgements. This work was supported by NASA RTOPs 152-17-40-23 and 199-
52-11-02, and MVA, Inc.
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ANATOMY OF A CLUSTER IDP (II): NOBLE GAS ABUNDANCES, TRACE

ELEMENT GEOCHEMISTRY, ISOTOPIC ABUNDANCES, AND TRACE ORGANIC

CHEMISTRY OF SEVERAL FRAGMENTS FROM L2008_; K.L. Thomas I, S. L Clemctt 2 , G. J.

Flynn 3, L. P. Keller 4, D. S. McKay 5, S. Messenger5, A. O. Nier 7, D.J. Schluttcr 7 ,S.R. Sutton 8, R. M.

Walker 5, and R_ N. Zare2; 1Lockheed 2400 Nasa Rd. 1Houston, TX, 77058, 2Dept. of Chemistry,

Stanford University, Stanford, CA 94305, 3Dept. of Physics, SUNY-Pla_burgh, Plattsburgh, NY 12901,

4MVA Inc., 5500/Suite 200 Oakbrook Pkwy., Norcross, GA 30093, 5NASA/JSC, SN, Houston, TX

77058, 6McDonnel Center for the Space Sciences, Physics Dept., Washington University, St. Louis, MO

63130, 7School of Physics and Astronomy, University of Minnesota, MinneapoLis, MN 55455, 8Dept. of

Geophysical Sciences, The University of Chicago, Chicago, IL 60637

In Part I, we described the bulk chemistry and mineralogy of large fragments and fines (<5 pro)

from a cluster IDP originally - 40-50 partin diameter [1]. Here we report results from several types of

analyses: noble gas measurements (Nier), Synchrotron X-Ray Fluorescence (SXRF) for trace element

abundances (Flynn and Sutton), ion probe studies (Messenger and Walker), and tmc_ organic chemistry

(Clemett and Zare). The same fragments were analyzed for isotopic abundances and organic compounds.

Noble Gas Content and Release Temperatures He content and the He release temperatures for four
samples were determined by step-heating experiments [2]. The average 4He abundance is -4.1 (co x 1011)

and extraction temperatures for removal of 50% of the He range from 750-1040 °C, with an average at 928

*C (Table 1). The low He content and high release temperatures indicate that all fragments from L2008#5

have experienced heating during atmospheric entry. He measurements have been used to distinguish

asteroidal from cometary IDPs in individual, small-sized particles (< 10 _ in diameter) [3]; however these
measurements cannot be used to determine sources of cluster particles because higher deceleration heating

occurs in large-size particles.

Trace Element Abundances SXRF was used to determine trace element abundances in four fragments

from L2008#5 [technique described in 4]. Two fi-agmems show marked depletions in Zn (Zn/Fe < 0.1)

indicating they bare experienced heating during amaospheric entry (Table 2). Zn/Fe ratios range from 0.2-

0.5 for the remaining fi-agments. All four fragments show deviations by more than a factor of 2 from CI
for 3 or more elements (Table 2). The only consistent trends are enrichments in Cu, Se, and Br, and a

depletion in Zn relative to CI.

Heating Summary of Cluster Fragments He content and release _mperantres of fines suggest they

experienced atmospheric entry heating. The large range in 50% He release temperantres suggests that

fragments have not been heated equally. Low Zn/Fe ratios show that 2 of 4 fragmmts were heated during

amaospheric entry. Previous TEM studies have shown that the presence of magnetite rims on IDP surfac_

is an indication of ammspheric entry heating [e.g., 5]. Magnefim rims were observed in 13 of 20 fi-agmenta

and frees from this duster[i]. The He measurements indicate that cluster L2008#5 has not been uniformly

heated; trace clmaem abundances and magnetite rims are evidence that heating is seen in selected

fragments, probably those loca_xt on the cxIcrior _ of the cluster.

Isotooic Measurement_ D/H ratios of eight fragments were measured using an ion microprobe [technique

described in 6]. Deuterium cnridmumts (SD) were ob_-_rved in all four of the C-rich fragments and range

from +322- +822 per nail. Four fragments &ore Ciu37, which had a chondritic C abundance, showed no D

enrichment (Table 3). The D enrichments in the C-rich fragments are far in excess of values for terrestrial

samples and are another indication that the fragments are extraterrestrial [6]. There is an apparent positive

correlation of D enrichment with the abundance of carbonaceous material in our fragm_ts. A larger group
of IDPs should be examined to confirm th_

Trace Organic (_hemistry The signatures of polyeyclic aromatic hydrocarbons (PAils) in IDPs have been

observed with a microprobe two-step laser mass spectrometer (p_L2MS) [7]. All cluster fragments which

had been analyzed previously for isotopic abundances were examined for the pr_ence of PAHs (Table 3).
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AllPAH signaturesobservedshow significantvariabilitybetweendifferentparticles.Infact,intensitiesof

PAH signaturesvariedinpiecesfrom thesame fragments(e.g.,Clul9 and Ciu37,Table 3).For example,

a strongPAH signaturewas observedinClul9(13),whileessentiallyno signalwas found inClul9(_z)

(Table3).The PAH spectrafrom allfi-agmentsareverydifferentfi-omthoseoftwo otherunrelatedIDPs,

AurelianorFlorianus[7]:therangeofaromaticspeciesobservedisreduced(limitedfrom Ito6 ring

species)althoughindividualpeakintensitites(e.g.,naphthaleneand thealkyl-phr_) areinsome

casesmore intensethanthemost intensepeakobservedfrom Aurelian.The specwa aredominatedby even

mass PAHs withlittleevidenceforodd mass peaks,suggestiveofnitrogensubstitutedaromaticspecies.

AlthoughthedistributionofPAHs may be affectedby previousexposuretotheionprobe(10keyCs+

ions),strongPAHs signatureshaveonlybeenobservedinD-richparticles[thiswork & 7].PAHs and

elementalcarboncoexistinsome fragmentsofthiscluster;however,thereisa lackofcorrelationinthe

abundanceof C and thepresenceofPAHs. Consideringthemass oftheentirecluster,PAHs and elemental

carbonarenothomogeneously distributed.

Insunmmry, analysesoffragmentsfrom one clusterIDP show largevariationsinHe content,He

release temperatures, trace clement and isotopic abundances, and the presence of organic components.
References:[I]Thomas ICL.etal.(1994)Thisvolume.[2]NicrA.O.and SchluttcrD.J'.(1993)Meteor#tics25,

675.[3].BrownlceD.E.eta/.(1993)LPSC 24,205.[4]FlynnG.L and SuttonS.R.(1991)Prec.LPSC 21,549.[5]

KellerL.P.etai.(1992)LPSC 23,675.[6]McKecgan K.D.etal.(1985)GC.A49,1971.[7]ClcmettS.J.elal.

(1993) Science 262, 721.

Table 1. He measurements of fines from cluster L2008#5.
Sample # 4He 50% He Release 3He/4He 20Ne/22Ne 4He/20Ne

(cc • 1011) Temp (°C) (xl0 "4)
1 4.5 750 3.3 +/- 0.7 13.3 +/- 1.6 9.9 +/- 0.4
2 6.1 1040 4.7+/-0.5 11.5+/-1.3 14.3+/-1.0

3 3.4 1010 7.2 +/- 1.2 7.2 +/- 1.0 12.0 +/- 3.0
4 2.2 910 5.9 +/- 1.4 10.5 +/- 1.7 6.8 +/- 1.0

T_bl_ 2°

Sample #
Clul6
Clul8
Clu21
Clu319

*Values from EDS

SXP..Ftrac_elementabundancesnormal/zedtoCI of 4 largefi-agmentsfrom L200g#5.

Cr Mn Fe* Ni Cu Za Ga Ge Se Br Zn/Fe

0.2 0.4 1.4 2.0 3.5 0.06 0.4 0.2 6.1 2.0 0.04
1.3 1.8 1.3 0.5 1.7 0.06 7.1 0.3 1.8 7.3 0.05
0.4 3.1 2.1 2.0 7.4 0.44 1.4 0.6 3.4 7.3 0.2
3.5 0.2 1.1 0.9 2.6 0.52 10.0 2.8 5.4 24.8 0.5

Table 3. Carbon abundance (Wt.%), Deuterium enrichments (SD), and the presence of PAHs signatures

inseverallarge fi-agments fromclusterL2008#5.
Sample Wt.% Carbon 0ges) b'D(per miD* ttL2MS (%) **

Clul9(oc):_ a+b=14 +664 +/- 84 >5

Clulg(_):_ " +424 +/- 71 100
ClullO 10 +822 +/- 91 43

Clu313t 15 +322 +/- 67 Notmeasured

Clu37(cx)§ a+b-+-c+d=3 -24 +/- 17 20

Clu37([3)§ " +25 +/- 22 7

Clu37(Z)§ " -14 +/- 36 32

Clu37(5)§ " +12 +/- 29 13

*Terrestrial range is -200 - +50 per mil **Integrated signal intensity from 80-450 amu normalized relative m

Clul9(_) _ Clul9 broke into 2 separate pieces (o_& _) t3 _tm fragment, possibly too small for PAHs analysis

§ Clu37 fractured into 4 pieces (o., [3,Z, 5)
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THE ANATOMY OF A CLUSTER IDP (I): CARBON ABUNDANCE, BULK CHEMISTRY

AND MINERALOGY OF FRAGMENTS FROM L2008#5; K.L. Thomas 1, L.P.KelIer 2, W. Klock 3, I.

Warren I, G.E. Blanford 4, and D.S. McKay 5 1Lockhew,d, 2400 Nasa Rd.1 Houston, TX, 77058, 2MVA Inc.,

5500/Suit_ 200 Oakbrook Pkwy, Norcross, GA 30093 3Institute fur Plan_ologie, Wilhdm-Klemm-Str.10,

4400 Munster, Germany, 4University of Houston, Clear-Lake, Houston, TX 77058, 5NASA/JSC, SN,

Houston, TX 77058.

ChondriticanhydrousinterplanetarydustparticlesODPs) are among the most pristinesolarsystem

materials known, and despite their small size, have been intensely studied. Multidisciplinary studies of IDPs

have traditionallybeen restrictedto clusterparticles,where individualfragmentsof the same clusterare

allocattxltoseveralresearchers.In thismanner, differentanalysescan be performedon essentiallythe same

material,assuming thatindividualfragmentsare representativeof thewhole cluster.Our preliminarywork,

however,indicaxedthatfragmentsfrom clusterparticlescan show mineralogicaland chemicalhctcrogeneities

atthe 10 _m scale [1].

The objective of this study was to determine whether or not cluster particles are sufficiently

homogeneous to enable observations from one fragment of the cluster to be extrapolated to the entire cluster.

Here we report on the results of a consortium study of the fragments of a large cluster particle. Multiple

fragments from one large cluster were distributed to several research groups and were subjected to a variety of
mineralogical and chemical analyses including: SEM, TEM, ion probe, SXRF, noble gas measurements, and

microprobe laser mass spectrometry of individual fragments. The mineralogy and bulk chemistry of tbe

cluster fragnents are discussed below and the trace element geochemistry, isotopic data, and other results are

given in a companion abstract [2].

Methods We were allocated -95% of the fragments from cluster L2008#5 (originally -40-50 gm in

diameter), which contained many large fi-agments and fines: three fragments are -15 x 15 gin, six am --12

x12 _ 30-40 range from 5-10 lain in diameter, and many fragments (called fines) were <5 lain in diameter.

We have determined bulk compositions for elements with Z > 5 of 53 particles from one large cluster. Our
procedures and extensive analytical checks for quantitative SEM EDX fight element analysis are described in

detail elsewhere [3]. Following the chemical analysis, several of the particles were embedded in epoxy, thin

sectioned using an ultramicrotome, and examined in the TEM.

Chemistry We analyzed 53 fragments from cluster L2008#5 for major, minor, and fight elements (carbon

and oxygen). The cluster average and major element ranges for all fragments are shown in Fig. 1. The

average element abundances were found to be chondritic (within 2xC/) for L2008#5 with the exception of Na

and P which were -4xCI and 5xCI, respectively. Large ranges for major elements C, Si, Mg, S, Fe, and O

suggest that compositional differences exist (Fig. 1). Only 24 (45%) of the analyzed fi-agments have the

"same" composition for major elements (C, O, Mg, Si, S, Fe) within one standard deviation. Of the 29

remaining fragments, 31% have significantly higher Fe or Fe and S with lower O; 17% have significantly

higher C.

Mineralot_, Table 1 lists mineral assemblages found in large fragments and fines from cluster L2008#5.

Fragments have been classified according to the most abundant mineral phase. A variety of mineral phases

are present in this cluster particle and minerals with similar compositional ranges are found in large fragments

and fines. For example, olivine compositions range from Fo 57-99 in large fragments and from Fo 66-98 in

fines. However, several olivine-dominated fragments have very narrow ranges of olivine compositions which

differ from one fragment to another. Pyroxenes range in composition from enstatite to those high in Ca.

Amorphous material, such as glass and caxbonaceous material, is present in some fragments. Glass

compositions range from Si-rich to feldspathic with minor amounts of Mg and Fe occasionally present; glass

regions can have either a smooth or a vesicular texture. Amorphous, C-rich material is observed in particles

with C >3xCI (~11 wt.% C). Mineral grain sizes vary from fragment to fragment: some fragments axe

predominantly coarse-grained (ran in diameter), some are predominanty fine-grained (<50 nm in diameter) and
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some contain a mixture of coarse and fine grams. Partial magnetite rims are present on some fi-agments,

indicating they were heated during atmospheric entry [4]. The relative range of mineral abundances in the

large fragments is also duplicated in the fines.

Discussion Cluster L2008#5 is composed mainly of chondritic (within -2 x C1")fragments that differ

significantly in mineralogy (Table 1). Non-chondritie fi'agments (e.g., those dominated by sulfides or

magnetite) make up 25% of this cluster. A representative sampling of material from the cluster for

mineralogical and chemical analyses would require analyses of a minimum of four large fragments. Attempts

to extrapolate analyses from one fragment to an entire cluster will be misleading if all cluster particles show

similar levels of heterogeneity as L2008#5.

References: [1] Thomas K.L. et aL (1993)Meteomics 28, 448. [2] Thomas K.L. et al. (1994) This volume.

[3] Thomas K.L. etal. (1993) GCA 57, 1551. [4] Keller L.P. eta1. (1992) LPSC 23, 675.

Fi_ 1. Mean values and range of element

abundances for 53 fragments from duster L2008#5.

Chemical heterogeneity of fragments is shown by

the ranges for major elements (bars); mean values

are represemed by lines located to the right of the
bars.

i:E.c, ]
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Table I. Mineralogy of10 largefragmentsand fines C o _ Si

from clusterL2008#5. Fragments have been classified

accordingtothe most abundant mineralphase.Ranges ofmineralcompositionsare givenforeach group

ie..,olivine-dominated)asa whole,but some individualfra entshave narrow ran ofmineralcorn sitions.

Fragments (> 5 p.m) Fines (<5 ixm)

Olivine-Dominated (4 fragments)

* Fo 57-84, Glass, Enstatite, high Ca pyroxene,

Fe-sulfide with Ni; 3 have magnetite rims.

Coarse, fine, and mixed grain sizes.

Pyroxene-Dominated (3 fragments)

* Enstatite, glass, few Fo 88-95, Fe-sullide with Ni,
Carbonaceous material; 2 have magnetite rims.

Mostly fine and mixed grain sizes.

FGA (Fine-graln aggregate) Dominated (1 fragment)

* Fine-grain aggregates, Fo 79-99, enstatite, glass,

Abundant Fe-suLfides with Ni; magnetite rim.

gramsizes.

Others (7.fragments)

*Large Fe-sulfide, few Fo 65-76,
No magnetite rim, coarse grain sizes.

*Large magnetite grain, few fe-suifides with Ni,

Si-rich glass; magnetite rim, coarse grain sizes.

Ofivine-Dominated (3 fragments)

* Fo 78-86, Glass, Enstatite, high Ca l_roxcne,
Fe-sulfidc with Ni; all have magnetite rims.

Mostly coarse and mixed grain sizes.

Pyroxene-Dominated (2 fragments)

* Enstatite, glass, high Ca pyroxene, Fe-mltid¢

with Ni; all have magnetite rims.

Coarse and finegrain sizes.

Ollvine-Pyroxene Mix (1 fragment)

* Fo 66, Glass, Enstalite, few free-grain aggregates;

Magnetite rim, mixed grain sizes.

FGA Dominated (1 fragment)

* Fine-grain aggregates, Fo 98, Enstatite, Auglte,
Fe-sulfidc; no magnetite rim, fine grain sizes.

Others (3 fragments)

* 2 Large magnetites, Fo--68-91, few Fe-sadfides

with Ni, 1 has lg. kamacite; no magnetite rims,

coarse grain sizes.
*Large Fe-sulfide with Ni, glass, kamaeite,

ferrihfvdrite; ma[paetite rim, coarse _ sizes.
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HYDRATED CLUSTER PARTICLES: CHEMICAL AND MINERALOGICAL ANALYSES

OF FRAGMENTS FROM TWO INTERPLANETARY DUST PARTICLES; K.L. Thomas 1, L.P.

Keller 2, S.J. Clemett 3, D.S. McKay 4, S. Messenger 5, and R.N. Zare3; 1Lockheed, C23, Nasa Rd. 1

Houston, TX 77058, 2Dept. of Chemistry, Stanford University, Stanford, CA 94305, 3MVA Inc.,

55001Suite 200, Oakbrook Pkwy., Norcross, GA 30093, 4NASAJJSC SN, Houston, TX 77058,

5McDonnel Center for Space Sciences, Physics Dept., Washington University, St.Louis, MO 63130

Chondritic interplanetary dust panicles (IDPs) are among the most pristine solar system materials

known, yet despite their small size they have been intensely studied. Our previous work on 53 fragments

from one anhyd;ous cluster IDP (L2008 #5) showed that the indi_ddual fragments display strong chemical

and mineralogical heterogeneity [ 1,2]. We are currently extending our studies of cluster panicles to those

consisting primarily of hydrated fragments in order to compare their chemical and mineralogical

heterogeneity to anhydrous cluster panicles, micrometeorites, and fine-grained chondritc matrix.

Five fragments for each of two cluster panicles were analyzed in consortium mode as in our

previous study [1,2]. All fragments from each cluster were distributed to several research groups and

subjected to a variety of analyses including: SEM, TEM, ion microprobe, microprobe laser mass

spectrometry, and reflectance spectroscopy. Laser mass spectrometry [3] and ion microprobe[4]

measurements on some fragments are in progress.

Methods We were allocated 5 fragments from 2 cluster panicles, L2011#5 and L2005#3 i, for a total of

10 IDPs. All fragments were >5 micrometers in diameter. We determined the bulk composition for

elements with Z > 5 ofaU 10 fragments. Our procedures and analytical checks for quantitative SEM EDX

light element analysis are described in detail elsewhere [5]. Following the chemical analyses, all particles

were analyzed using reflectance spectroscopy [technique described in 6]. Six IDPs, three from each

cluster, were embedded in epoxy, thin sectioned using an ultramicrotome, and examined in the TEM. The

4 remaining fragments were analyzed for polycyclic aromatic hydrocarbon signatures and for D/H ratios

using an ion microprobe.

Resul_ One related fragment from our first cluster, L2011#5, is documented in the JSC Cosmic Dust

Catalog [7]. This fragment, L2011B1, has a chondritic spectra with a low bulk Ca content and a smooth

surface morphology, two typical characteristics of hydrated IDPs [8]. In general, our five fragments from

cluster L2011#5 have chondritic compositions for all major elements. The three fragments analyzed in the

TEM are composed predominantly (>50% by volume) of serpentine (0.7 nm basal spacing). Only one

fragment contains anhydrous silicates; olivines are Fo -99-100 and no pyroxenes are observed.

Phyllosilicates are both coarse and fine-grained in all fragments. Fe-Ni sulfides are ubiquitous in the fine-

grained serpentine; Ni contents range from --0.5-42 wt.%.

R_eetanee Slmeta'a were obtained for each of the fragments over the range of 380-800 urn. Three

fragments are indistinguishable and show typical flat C-type spectra.

Heating I-Flstory of Our First Chaster Distinct magnetite rims were located on the exterior surfaces of one

fragment. In all three fragments, discrete regions of serpentine located at the outer edge had a vesicular
texture. Magnetite rims result from atmospheric entry heating [9] and we believe that the vesicular

serpentine on the particle surfaces also forms during atmospheric entry either through volatilization of solar

wind implanted gases or through dehydroxylation of serpentine. One related fragment, L2011B5, was
analyzed for noble gas content and He release temperature [10]. The 4He abundance was low in this IDP

(2.3 cm3STP/gxl03). The 50% He release temperature was 550 °C which indicates that this fragment

experienced only mild heating during atmospheric entry.

F_LM_r_
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Vapor Deposits in the Lunar Regolith

L. P. Keller and D. S. McKav (11 present
direct evidence, obtained bv transmission

_ electron microscopy, that w,despread coat-
ings were formed by deposition of impact-
generated vapor on lunar regoli[h parncles.
Since the Apollo missions, we have empha-

-- sired the following points, which are based
on theoretical calculations and on labora-

tory studies of the properties of evaporated
silicate deposits and or lunar samples (2).

-- (i) The mass of vapor generated by impacts
on the lunar surface is comparable in mag-
nitude to the mass of impact melt glasses;

(ii) the physics of impact into a porous
-- regolith requires that much of this vapor be

retained in the soil rather than lost to space
(as is widely believed); (iii) experimental
coatings made from vaporized or sputtered

-- lunar basalt contain abundant inclusions of

submicroscopic, superparamagnetic metal-
lit Fe; and /iv) this Fe may explain the
magnetic signature, low albedo, reddened
spectrum, and subdued absorption bands of
lunar regolith.

Our conclusions have been generally
rejected by the lunar geochemical commu-
nity for two reasons: (i) there seemed to be
no direct evidence for vapor deposits in
Apollo samples (3), and (ii) it seemed that
the tunar optical properties could be ex-
plained by the presence of impact melt
glasses alone (4). However, advances in our
understanding of the optical propemes of

__ glasses (5) and of light scattenng by plane-
tary regoiiths (6), and now the direct de-
tection of vapor deposits (i), show that
these objections are not valid. Vapor phase

_ transport is a major process on the lunar
surface, and unless its effects are taken into
account, the chemical, magnetic, and op-
tical properties of the regolith cannot be

-- understood.
Bruce Hapke

W/R/am C=.¢.dd_

D_,_m,=_ of O_o_ =d P_==.y sci,_,
Univer_izy of Pittsburgh,

Pittsburgh, PA 15260, USA
F_dld;,, Welh

Space Te/escope Science Inarimr.e,
Astronomy Programs,

Cornpu_er Scieru:e Carpora_am,
3700 San Martin Drive,

Balnmore, MD 21218, USA
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Keller and McKav conclude (i) that the
amorphous rims of approximately 500 _ on
lunar dust gTams are largely a result of
impact-produced vapor deposits. This con-
rrasts with previous work by Bibring et al.
(2), who concluded that these rims result
from solar wind (SW) ion damage. Keller
and McKay base their conclusion on the
observation of compositional differences be-
tween the rims and grain interiors of sili-
cates. Setting aside for the moment the
question of whether such compositional
variation can also occur within a radiation
damage model, a crucial test of the lunar
vapor scenario should be provided bv lunar
soil itmenite (not studied by Keller and
McKay in their report), because it is compo-
sitionally distract from sdicates and is only a
minor lunar soil component. Because vapor
deposition and SW ion implantation affect
all lunar sod grains, if the vapor deposit
model is correct, it follows that any amor-
phous rims on ilmenite [FeTiO 3] grams must
also be dommandy silicate vapor deposits.
Alternatively, because ilmenites are more
resistant to radiation damage than are siR-
cares (2), ff SW ion damage is important for
iJmenites, it is at least equally important for
silicates.

We have recently performed rare gas
studies (3) of seven ilmenite grams (-[00
gtm) from the submature lunar soil 71501
that were partially microtomed for trans-
mission electron microscopy (TEM) obser-
vanon. All of the grains had SW rare gases
and disordered rims with chemical compo-
sit-ions similar to those of the host ilmenite.
Furthermore, the rare gas extractions from
individual lunar ilmenite _rains (3) yielded
lower limits on SW He fluences ro which

_rains from this soil were subjected. The
measured values of up to 5 x I0 -_ He
ccSTP per square cenrLmeter correspond ro
an equivalent fiat target duence of about
I0 t¢ He per square centimeter. Simulation
experiments (2) showed that this fluence ts
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barge enough to produce severe radiation
damage in iimenite, as observed. The il-
ment[e surfaces are also contaminated by

vapor deposits, as evidenced by enrich-
ments in Mg, AI, Si, S, and Ca. The
dominant vapor deposit species is Si, with
an atomic abundance, however, that av-
erages only 20% of that of Ti in the outer
few hundred angstroms of the ilmenite
grains. The disordered rims cannot, there-
fore, be pure vapor deposits, as advocated
by Keller and McKay. Instead, they must
represent SW-damaged layers with a com-
position that has been affected to only a
limited extent by vapor contamination.

The marked rounding of rimmed silicate
grains, observed by Keller and McKay (1),
cannot be ascribed to vapor deposition be-
cause the amorphous rims and the material
beneath them are rounded. This rounding
reflects an efficient erosion process that can
be triggered by SW ion sputtering (E _ l
keV/amu), but not by the "impact" of lunar
vapor with a much lower ener_ (= 0.[
eV,'amu). Simulation experiments of SW
(2), which indicate that silicates are about
ten times more sensitive to damage and

sputtering than ilmenite, reproduce this
rounding and "coating" effect. The critical
fluence of SW ions needed to form amor-

phous rims on lunar silicates is two to three
times smaller than the critical fluence re-

quired to round off their edges. Conse-
quently, the well-rounded feldspars depict-
ed in the report by Keller and McKay (I)
necessarily contain a SW ion damage layer.

Other observations support the domi-
nance of SW radiation damaged layers.

First, the quantity of SW rare gases retamed
depends on the nature of the lunar mineral,
with ilmenite being the most retentive (4).
Thus, these gases cannot be implanted in
silicate vapor deposits on ilmenite, consis-
tent with our TEM observations- Second,
thermal annealing experiments (2) indicate
that the approximately 500 _ amorphous
rims on lunar silicates anneal at the same
temperature (=800°C) as the fossil nuclear
tracks registered in the same grains. The
same annealing conditions were noted for
damage layers of about 500/_, obtained with
artificial SW. In contrast, artificial feldspar

vapor deposits on silicates start recrystalliz-
ing at very low temperatures (=300°C) and
flake off at about 500°C (5). Thus, anneal-
ing experiments also indicate a radiation
damage origin for the lunar amorphous
coatings.

Our observations confirm that vapor de-

posits do alter the composition of lunar
_m-ain surfaces, but they also show that
disordered rims on lunar _ must be
largely ascnbed to radiation damage. More-
over, unlike Keller and McKav, we do not
expect that the composition of the SW
damage laver will srncflv match the com-

1779



pos]non of its host minerals because "recoil

mixing" (6) can deplete thls laver in lio.ht

elements and especially because the 5W

damage laver on silicates ts extremely reac-

tive. For example, Dran et al. (7) showed

that hydration rates can be up to 10 j times

higher than that of the undamaged mineral.

Concommitant ejection of alkali metal ions

in silicates loaded with SW-imp[anted hy-

drogen could, for example, provide an ex-

planation for the alkali metal depletion in
the lunar silicate rims observed by Keller and

McKav (I).
T. J. Bernato_icz

R. H. Nichols Jr.

C. M. Hoher_erg

McDonnell Center for the Space Sciences,

Washington Universi_,
St. Louis, MO 63130, USA

M. Maurerte

Centre de Spectrorneme Nuclecare

e_ & Spectrornetrie & Masse,

91405 Orsay Campus, Orsq, France
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Response: Berrmtowi_ et al. do not present

the same analyses on silicates as they do on

ilmenires. They apparently assume that il-

menite behaves similarly to the silicates

present in lunar so&s--for example, that

ilmenite acquires and retains vapor deposits

with the same efficiency as do silicate

grains. Christoffersen et aL (1), however,
have shown that the surfaces of ilmenite

are reactive in the lunar soil environ-

ment. Several processes operating in the

lunar regolith serve to modify the surfaces

of ilmerute grams, including the implanta-
don of solar wind ions, in sire reduction,

and vapor deposition. C,h_,-istoffersen et aL
showed that most ilmenite grams in their

samples contained outer rims of up to 120
nm thick, where the host ilmenite had

decomposed into a mixture of Fe metal and

Table 1. Average comc3osmons of amorphous nms on sl3ecific m_nerals in lunar soils 10084 and
78221 !in weight °_,_

Host Nan© MgO AIzC3 SiO. S CaO TiO. FeOmineral

Ano_n_te 0.1 3.5 20.1 534 0.7 9.7 40 _.5
Cris/otoaiite 0.2 5.4 11.5 592 17 73 3.9 _0.8
Oliv,ne 0.6 8.8 15.5 47 8 0.4 8.8 3.8 14.7

Ti-oxide _ains. These reaction rims corre-

spond to the "disordered" nms observed by

Bernarowic: et aL (2) and are distinguished

from their hosts by their microstmcture and

composition: all of the reaction rims ana-

ly:ed are nanocrystalline (not amorphous)

and show strong depletions in Fe (up to a

40% depletion of Fe relative to stoichio-

memc ilmentite). This Fe depletion cannot

be the result of direct solar wind sputtering

(for example, knock-on and ejection of Fe

atoms) of ilmenite because such sputtering

is essentially a surface phenomenon that

removes surface atoms in propomor, to

their abundance (notwithstanding the out-

ermost few nanometers where preferential

sputtering may occur). Nor can it be as-

cribed to sputter deposition, because depos-

its formed bv sputtering would be enriched

in Fe, not depleted. The reaction rims

probably result from the interaction of solar

wind hydrogen with ilmenite, either direct-

ly during implantation or through subse-

quent heating of the ilmenite grams (I).
This interact'ion would result in the reduc-

tion of Fe z_" to Fe o, migration of Fe a to the

grain surface, and loss of Fe ° by vapori:a-
tion. Thus, the surfaces of ilmenite grams

are dynamic; they suffer significant mass loss
and volume reduction. These dam indicate

that ilmenite should be avoided, not

sought, as a te_t of the vapor deposition

model, because ilmenite appears to be

chermcaUy reactive with solar wind hydro-

gen and this reaction greatly complicates

the outer rim_, obscuring other effects.

The only truly amorphous material on

the surfaces of the ilmenite grams is a thin

rind of silicate material that is superimposed

on r.he reaction rim. We agree that some

proportion of the Na and K depletion ob-

served in the rims might be accounted for

by sputtering, as demonstrated experimen-

tally by Hapke et aL (3). However, "recoil-

mixing" cannot account for the goss chem-
ical differences between most nms and their

hosts. RLms on cristobaiite (essentially pure

SlOt) contain major Mg, At, Ca, Ti, and

Fe (Table l); these elements are foreign

to cristoba[ite and so must have been de-

posited on the surfaces of grains by conden-

sation of impact-derived vapors or by sput-

ter deposition. Similar arguments can be

made for the amorphous rims on olivine

[(Mg,Fe): SiO_I grains, which contain ma-

jor amounts of Ca, AI, and Ti (elements

that are normally present in olivine at only

trace amounts), and for n.ms on anorthite

(A___), which contains major Mg, Ti,

and Fe (which are also present in trace

concentrations in the host plagioclase).

Overall, the average rim compositions are

remarkably similar and are independent of

the host grain mineralogy (Table 1). These
data indicate that much of the "thickness"

of amorphous rims consists of elements that

are not indigenous to the host soil grains.

Whether there are "sputtering" or radi-

ation effects superimposed on the vapor

deposited material can be debated. We do

not explicitly exclude the effects of radia-

tion damage as a conmbuting factor to the

formation of amorphous rims; we merely

emphasize the major (and generally over-

looked) role played by condensed vapors in

the formation of amorphous rims on lunar

soil grains.
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THE NATURE OF CARBON-BEARING PHASES IN HYDRATED

INTERPLANETARY DUST PARTICLES. Lindsay P. Keller 1, Kathie L. Thomas 2,

and David S. McKay 3, 1MVA Inc., 5500/200 Oakbrook Parkway, Norcross, GA

30093, 2C23, Lockheed, NASA Johnson Space Center, Houston, TX 77058, and

3SN6, NASA Johnson Space Center, Houston, TX 77058.

We have been quantitatively measuring carbon abundances in hydrated

interplanetary dust particles for the past few years, but in general, we have had

to infer the distribution and nature of the carbon-bearing materials within these

particles because of the complex microtextures of hydrated IDPs. Aside from

rare carbonate grains, other carbon-bearing phases are difficult to distinguish

from the fine-grained, poorly-crystalline phyllosilicates that comprise the bulk of

these particles. We know that carbonates alone cannot account for the high

carbon abundances observed in most hydrated IDPs and that additional carbon-

bearing phases must be present [1]. We have recently applied the technique of

electron energy-loss spectroscopy (EELS) in the transmission electron

microscope (TEM) to identify the form and distribution of carbon-bearing phases

in hydrated IDPs [2]. These preliminary data show that several carbon-rich
hydrated IDPs contain a mixture of two major forms of carbon, Mg-Fe carbonate

and amorphous carbon.

The EELS technique is used to measure the energy lost by electrons
through inelastic scattering in the sample. Characteristic edge structure results

from the promotion of inner shell electrons to valence and conduction bands and

provides information on the local structure and bonding (Figure 1). We analyzed

ultramicrotome thin sections of four hydrated IDPs using a parallel energy-loss

spectrometer. The IDPs include L2005R7, L2006E10, L2006F10, and L2006G1

which have bulk carbon contents of 9, 11, 15, and 20 wt.%, respectively [1]. The

analysis of the carbon k-edges in EELS spectra shows that all four IDPs contain

amorphous carbon as the major carbon-bearing phase, G1 and F10 contain

abundant Mg-Fe carbonates, R7 contains minor carbonate (detected only by

EELS), and El0 is devoid of carbonates.

The near-edge structure in the carbon k-edges from these IDPs shows no

evidence for the development of graphite or even poorly-graphitized carbon

(Figure 1). We conclude that the "elemental" carbon in these IDPs is either very

poorly ordered or is exceedingly fine-grained (we refer to this carbon as
"amorphous carbon"). The amorphous carbon is intimately intergrown with the

fine-grained phyllosilicates and is evenly distributed within three of the four IDPs

analyzed (only G1 contains discrete "hot spots" of amorphous carbon). Not all

hydrated IDPs contain carbonates.
Acknowledgements. This work was supported by NASA contract NAS 9-18992
and NASA RTOPs 152-17-40-23 and 199-52-11-02.
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Figure 1. Electron energy-loss spectra for the major carbon-bearing phases in
L2006F10. The onset of the carbon k-edge for oxidized carbon is shifted by

-4.5 eV to higher energy from amorphous carbon and allows both phases to be

easily identified even when intimately mixed.
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THE OXIDATION STATE OF ALTERED RIMS ON ILMENITE FROM LUNAR

SOILS. Lindsay P. Keller 1, Roy Christoffersen 2, and David S. McKay 2. 1MVA, Inc.,

5500 Oakbrook Parkway, Suite 200, Norcross, GA 30093. 2Code Sn, NASA Johnson

Space Center, Houston, TX 77058.

Ilmenite grains in lunar soils are commonly surrounded by complex rim sequences that
result from their exposure to the lunar '_Neathering" environment [1,2]. These rims consist of
an outer, thin amorphous rind of vapor-deposited silicate material, and a relatively thick, inner
layer that is depleted in Fe relative to stoichiometdc ilmenite. TEM studies have shown that
the inner rim is not amorphous [1,2], but consists of a microcrystalline assemblage of ilmenite
containing platy precipitates of rutile and probable Fe metal grains (the R and M grains of [1]).
In this study, electron energy-loss spectroscopy (EELS) was used to demonstrate that the
altered rims on soil ilmenites contain significant trivalent titanium. Our data indicate that the
disordered rims are chemically "reduced" and that oxygen has been lost from the rims. These
results have implications regarding the processes responsible for the formation of disordered
rims on ilmenite as well as their potential effects on the optical properties of lunar soils.

Aliquots of a <20 _m sieve fractions of 10084 and individual ilmenite grains from the same
soil were embedded in low viscosity epoxy, and TEM specimens were prepared by

ultramicrotomy. The thin sections were analyzed using a JEOL 2010 (200kV) tranmission
electron microscope equipped with a LaB6 filament, a thin-window energy-dispersive x-ray
detector, and a GATAN 666 parallel EEL spectrometer. EEL spectra were collected in TEM
image-mode at 15KX magnification with a collection semi-angle of -100 milliradians at a
dispersion of 0.1 eV/channel. The FWHM of the raw (unprocessed) zero-loss peak was -0.7
eV. The relative energy of features in the spectra for the Ti L2,3 edges were calibrated

relative to the C =* peak maximum, which was set to 286 eV [3]. For the Ti L2,3 spectra, the
characteristic edge structure results from the promotion of inner shell (2p) electrons to valence
and conduction bands (3d states). The EELS data provide information on the local solid state
environment, including oxidation states. Differences in oxidation state are manifested by
"chemical" shifts in energy of the edge onset and by changes in the near-edge structure.

EEL spectra of the Ti L2,3 edge have been obtained from over 10 (<20 p.m in dia.)
individual ilmenite grains from the Apollo 11 soil 10084, and all spectra show significant
differences between the altered rims and the core ilmenite (a typical example is shown in

Fig. 1). For comparison, EEL spectra from synthetic Ti-oxides with well-constrained Ti3+/Ti4+
ratios are also included in Figure 1. The spectra from the altered rims exhibit a chemical shift
of ~0.5 eV towards lower energy relative to the position of the Ti L2,3 edge in the core of the
ilmenite grains. In addition, the splitting of the L3 and L2 peaks is reduced in spectra from the
disordered rims as compared to the core ilmenite. Both the chemical shift and the change in
the near-edge structure are consistent with a Ti3+/Ti4+ ratio of -0.25 in the disordered dms.

The EELS data given here and the EDX measurements reported earlier [1], show that the
development of rims was at least partly a chemical process in which the outer margin of the
original ilmenite underwent a decrease in Fe/Ti ratio and moved to a more reduced cation-to-
oxygen stochiometry. The analytical and microstructural evidence is consistent with both
chemical changes having penetrated to approximately the same depth as the microstructural
widths of the rims, which vary from 40-100 nm. Although our working model holds that the

inner layer of the ilmenite rims developed because of solar ion bombardment, the penetration
depth of these chemical changes is a challenge to explain. Because the thermal history of
the grains limits the depth of chemical transport that can be attained by classical diffusion,
possible deep-acting chemical effects of solar ion bombardment need to be considered.
Several such deep chemical effects have been postulated for ion-irradiated ceramics and
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metals [4], almost all of which accomplish deep-level chemical changes using various
radiation-enhanced chemical transport mechanisms to promote mixing between the target
interior and a preferentially-sputtered surface layer. Other mechanisms involve ion mixing
(so-called recoil mixing or recoil implantation) between a thinly deposited surface layer and
the bulk [5,6] are not supported by our EELS data, because they imply that the inner rim
should be oxidized rather than reduced. We are presently evaluating the other mixing-based

mechanisms with regard to their applicability to the ilmenite rims.
We are also investigating the effects of mixed Ti oxidation states on the optical properties

of lunar soils. Intervalence charge transfer between Ti3+ and Ti4+ results in strong
absorption of the visible wavelengths [7] and reflectance spectra from reduced Ti-oxides (e.g.
Ti407) have low albedos (-5% reflectance at 550 nm) [8]. The presence of mixed Ti
oxidation states is potentially a significant darkening agent in mare soils.
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Figure 1. Electron energy-loss
spectra for the Ti L2,3 edge for a
typical ilmenite core/rim pair, along
with data for Ti3+ bearing oxides.
The spectra are shfted vertically for
clarity.
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